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Work during the past year was conducted on yttria-doped hot-pressed silicon

nitride, alpha-silicon carbide, and a glass-bonded aluminum oxide.(l) The

first two materials were selected for study because of their potential for

high temperature structural application, whereas the latter material was

selected as a model material to investigate the creep-rupture behavior of two

phase ceramics. During the past year our work emphasized the microstructural

analysis of these materials and the effect of microstructure on component

lifetime. A study has also been started on the effect of temperature on the

strength of a commercial grade of partially stabilized zirconium oxide. The

brief summary presented below gives our major findings on each of these

materials. full papers for each study are included in this report.

(1) In order to expand our effort on this project, portions of the work on

these materials were co-sponsored by the Department of Energy.
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A' STRUCTURAL RELIABILITY OF BRITTLE MATERIALS AT HIGH TEMPERATURES

Introduction

This research is directed towards the development of engineering

techniques to assess the performance and reliability of structural

ceramics at high temperatures. Long term strength data is being

" collected on typical structural ceramics (i.e. Si3N4 , SiC, A1203 ), that

- have been exposed to thermal and mechanical loads at elevated

temperatures. The importance of creep crack growth, cavitation and flaw

- generation to long term structural reliability is being assessed. Results

* are presented in terms of structural reliability maps which exhibit

failure mechanisms in terms of time-dependent, probability density

Afunctions of strength. The importance of these structural reliability

maps to engineering design will be demonstrated.

Motivation

Modern structural ceramics are intended for use in applications such

- as heat engines and heat exchangers, in which mechanical and thermal

loading are expected to result in a gradual decay of the mechanical

strength of these materials. A decay in strength also occurs as a result

of exposure to hostile environments at elevated temperatures, which

"* results in both localized and generalizec chemical corrosion of ceramics.

Although materials scientists and engineers are aware of the long term

susceptibility of ceramic materials to strength degradation, the

engineering techniques for addressing time-dependent strength degradation

at elevated temperatures are limited. The approaches that are used to

improve lifetime employ empirically developed safety factors, or fracture

1
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mechanics based crack growth theories. Whereas both of these approaches

are of value to the prediction of structural reliability, experience in

high temperature heat engine programs indicates that more effective

-lifetime prediction techniques are needed to assure the structural

reliability of ceramics in modern applications.

Over the past three years, a new approach has been taken to the

structural design of ceramic materials at elevated temperatures. The

approach stresses probabilistic aspects of fracture by providing a

description of the time evolution of strength in statistical terms. The

method provides a way of collecting and presenting strength data in terms

of the time evolution of the probability density function for strength.

SSince the method incorporates the theory of fracture mechanics into its

* structure, it is consistent with the earlier fracture mechanics based

* theories of structural reliability. The main output of the method is a

diagram that illustrates strength behavior of a material as a function of

time. This type of diagram is of value to the designer because it not

only represents the strength as a function of time, but also illustrates

the degradation processes that occur at any point in time. These diagrams

can be used as a simple map of environmental-stress conditions to be

avoided by the engineer in designing structural ceramics.

To date, diagrams of this type have been obtained for two grades of

hot-pressed silicon nitride and one grade of silicon carbide. An example

-* of one of these diagrams is shown in figure 1 for a-SiC. At applied

stresses that lie below the apparent threshold for strength degradation,

specimens become stronger with time, eventually increasing their strength

by approximately 30 percent as a consequence of high temperature exposure.

At applied stresses that lie above the threshold, failure occurs after a

2
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*Fig. 1. Strength of a sintered alpha silicon carbide as a function of
time for an applied flexural stress of 200 MPa. Test
temperatutre of 12500C.
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period of time. To fully understand the type of mechanical behavior shown

in figure 1, it is necessary to explore the microstructure of the material

and to determine how microstrUcture affects the mechanical behavior of the

material as a function of time at temperature. Once this has been

accomplished, mechanisms of strength degradation can be determined and

used to label the reliability diagram, as has been done for hot pressed

silicon nitride. Thus, mechanical testing and microstructural analysis

must be done in tandem in order to fully elucidate the mechanical behavior

of structural ceramics at elevated temperatures.

The primary objective of this project is to develop reliability

diagrams for typical structural ceramics (i.e. Si3N4, SiC, A1203 , Zr02 ).

The dependence of these diagrams on temperature and applied stress will be

explored, and the various regions of behavior on each diagram will be

elucidated by microstructural analysis. Finally, in order to extrapolate

- from one temperature and applied stress to another, a theroetical basis

*. for these diagrams will have to be developed, paying particular attention

to the various regions of strength degradation on these diagrams, and to

the boundaries between the regions.

Summary of Progress During the Past Year

Work during the past year was conducted on yttria-doped hot-pressed

silicon nitride, a-silicon carbide, and a glass-bonded aluminum oxide.1

The first two materials were selected for study because of their potential

for high temperature structural application, whereas the latter material

"" was selected as a model material to investigate the creep-rupture behavior

In order to expand our effort on this project, portions of the work on
these materials were co-sponsored by the Deportment of Energy.
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of two phase ceramics. During the past year our work emphasized the

microstructural analysis of these materials and the effect of

microstructure on component lifetime. A study has also been started on

the effect of temperature on the strength of a commercial grade of

partially stabilized zirconium oxide. The brief summary presented below

gives our major findings on each of these materials. Full papers for each

study are included in this report.

Microstructural Analysis of c-SiC, Si3NO, and ZrO2

Results of a study on the effect of microstructure on the mechanical

* behavior of structural ceramics are summarized in the first two papers of

*. this report. The first paper, "Characteristic Cavity and Microcrack

* I Distributions in a-SiC, Si3N4 and Zr02", by N. J. Tighe, K. A.

Hardman-Rhyne of the National Bureau of Standards and Y. N. Lu of the

Shanghai Institute of Testing Technology, explores the application of

transmission electrcn microscopy and small angle neutron scattering as

methods of observing microcracks and cavities in ceramics. Electron

microscopy is used to identify defects in terms of size, chemical

composition, crystallographic structure, morphology, and orientation.

Small angle neutron scattering is used to classify scattering centers by

size distribution for particle sizes from 2 to 100 nm. These of

microsturctural characterizations are used to identify the active flaw

populations that result in strength degradation.

Studies on microstructural analysis an a-SiC suggest that microcracks

' occur in fibrous carbon inclusions that are originally present in the

material as a result of processing. These inclusions are substantial in

U'. - . -L ' .. . . .' ' .. '.':.'-" ''. . / . . . . ." ". . . " . . .



*size and may be the source of early failure in a-SiC. Long term annealing

which tends to modify these inclusions may be one factor in accounting for

the improvement in the strength after exposure at elevated temperature.

Microstructural analysis of ceramic specimens that were subjected to

creep for extended periods are discussed in the above paper and in the

second paper "Microstructural analysis of creep Failure in Si3N4 and SiC,"

by N. J. Tighe included in this report. It is shown that cavitation in

two grades of hot-pressed silicon nitride (NC 132 and NCX 34)occurs by

*, grain boundary slip at elevated temperatures. The yttria-doped silicon

nitride is more resistant to high temperature slip than the

magnesium-oxide doped material because a more refractory intergranular

crystalline phase has replaced the glass at the grain boundaries.

Nevertheless, crack formation occurs at a temperature of approximately 50

to 100 0C higher in the yttria doped material. The mechanism of cree;

.* rupture in the yttria doped material results from bulk diffusion and the

growth of lenticular cracks in the manner first described by Chuang and

Rice. In the a-SiC, the graphitic inclusions discussed above were a

source of dislocation activity, which eventually resulted in failure as a

consequence of microstructural deformation. The failure mechanism is

similar to that suggested by Petch in his classic mechanism of deformation

*[ fracture. This mechanism of microcrack generation and crack growth is

believed tc be the cause of the time dependent failure observed for the

the a-SiC after long periods of exposure under load at elevated

• -temperatures.

%6
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Creep and Creep Fracture of Vitreous Bonded Aluminum Oxide

Glass-bonded aluminum oxide made by the Coors Co. (AD-96) was

selected as a model material to study the creep and creep rupture behavior

of two-phase ceramic materials. Because most ceramic materials under

consideration for heat engine materials are in fact two-phase materials,

it was considered important to select a relatively simple material whose

* chemistry was understood and whose microstructure could be easily

controlled so that the parameters that determine two phase deformation and

fracture could be studied. Aluminum oxide-glass composites were selected

for study because: (1) they are relatively well understood from a

* thermodynamic point of view; (2) they are chemically stable so that

oxidation can be eliminated as an important factor t, our investigation;

and (3) glass-aluminum oxide composites are easy to manufacture, or can be

purchased as more or less standard commercial materials.

The third paper of this report, "Creep and Fracture of Vitreous

* Bonded Aluminum Oxide," by S. M. Wiederhorn, B. J. Hockey and R. F.

* Krause, Jr. of the National Bureau of Standards and K. Jakus of the

* University of Massachusetts, summarizes much of the work conducted during

the past year on vitreous bonded aluminum oxide. The most significant

observation of the study was the occurrence of a stress driven

devitrification along the cross-section of the bend specimens. The

compressive portion of the specimens were similar to the annealed portion

of the specimens in both composition and in microstructure. By contrast,

*the tensile section contained a highly devitrified glass phase along the

grain boundaries. Based on the glass composition alone, the viscosity of

the tensile side of the specimen is predicted to be three times that of

the compressive side of the specimen. Extensive devitrification of the

-..- ." ..' ".- .- ,- .- .-" " . ....- ... '* -... * * ,- ". ' *,...* .> '.*.' .. '*.*,',,". - ..-' * ,"" , ' " "* . ' ' ' ,,, "



*' glass in the grain boundaries should further increase the effective

* viscosity of the tensile side of the specimens. This finding of a

stress-driven compositional change within ceramics has important

implications both with regard to structural design and standard tests for

property measurements.

Our studies of the deformation of glass bonded ceramic materials at

elevated temperatures indicates a need for relating creep data to the

state of stress in the component that is being deformed. Relations

between different types of loading are needed because creep deformation in

real structural materials at elevated temperatures is likely to be complex

and to consist of mixed loading states. Furthermore, as creep occurs, the

state of stress gradually changes as a function of time, depending on the

- nature of the creep. To fully utilize the techniques of lifetime

prediction that are being developed, the importance of state-of-stress to

*. the creep behavior must be analyzed.

The fourth paper of this report, "Estimation of Power-Law Creep

parameters from Bend test Data," by Tze-jer Chuang, deals with the

relationship between bending, tensile and compressive creep data.

Governing equations are derived for the location of the neutral axis of a

beam under bending stresses. In this treatment, the neutral axis does not

necessarily pass through the centroid of the cross section. The creep

response is expressed in terms of both the curvature rate and the

load-point displacement rate, which are functions of the applied moment

" and the power-law creep parameters obtained from both tensile and

compressive creep experiments. The results show that the conventional

°8



method overestimates the creep rate in compression, and underestimates the

creep rate in tension by at least two orders of magnitude, indicating the

need for using the more accurate analysis presented in the above paper.

Review Paper on Techniques of Structural Reliability

The fifth paper in this report was given as an invited paper at the

conference, "Ceramics, Jerusalem '84," held December, 16-20, 1984 in

Jerusalem, Israel. The paper has been accepted by the Journal for

Materials Science and Engineering, and will be published in the March

issue of that Journal. Entitled "Structural Reliability of Ceramic

*Materials," and authored by S. M. Wiederhorn and E. R. Fuller, Jr., the

Spaper reviews the effect of material properties on the structural

-* reliability of ceramics at both low and elevated temperatures. At low

* temperatures, the paper concludes that reliability can be based on flaw

-" statistics and characterization of rates of flaw growth. Most of these

methods are well developed and have been used for a number of years to

assure the reliability of ceramics in structural applications. By

contrast, methods of assessing reliability are not as well developed for

*. high temperature applications, especially at low levels of applied load,

- failure occurs by creep rupture. Because failure by creep rupture is not

*yet well characterized theoretically, lifetimes are given only in terms of

. parametric representations of the controlling variables.

9
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Failure Analysis in Polymers, Ceramics, and Composites

MICROSTRUCTURAL ANALYSIS OF CREEP FAILURE IN S13N4 AND SiC

N. J. Tighe

Advanced ceramics such as silicon nitride and silicon carbide are being used in high-
temperature, high-stress heat-engine applications where catastrophic failure must be
avoided. It is necessary to develop the required design parameters and to predict lifetimes
for these materials. Therefore extensive fracture mechanics studies are being carried out
and the failure mechanisms are being identified in terms of the appropriate thermal and me-
chanical stress environments. 1,2 Identification of the microstructural elements that cause
failure is being carried out by analytical scanning transmission electron microscopy (STEM).
Silicon carbide and silicon nitride fail by mechanisms that involve crack propagation from
pre-existing flaws or from flaws that develop during the exposure to a simulated service en-
vironment. The pre-existing flaw population consists of inclusions, pores, and surface prep-
aration damage; the flaw population that develops during exposure includes cavities, oxidation
pits, microcracks, and reaction products from bonding phases and inclusions. Silicon nitride
and silicon carbide are compounds of several crystalline and amorphous phases and the identi-
fication of the microstructural elements that relate to the failure mechanisms requires con-
siderable structural and chemical analysis. Examination of fracture interfaces by light mi-
croscopy and by scanning electron microscopy can locate the fracture initiation site and show
the path of the crack across the interface. In order to identify the specific flaw popula-
tion that is responsible for the failure, the higher resolution analytical capabilities of
the STEM are used to examine the test specimens. The effectiveness of the STEM techniques
for failure analysis is demonstrated with examples from recent fracture mechanics test pro-
grams.

Experimental

The microstructural elements that affect failure during long-term exposure experiments on
silicon nitride and silicon carbide are: (a) amorphous or crystalline bonding phases, (b) in-
clusions and pores within grains and at triple junctions, and (c) cracks and defects intro-
duced by surface grinding. Static load experiments were done with four-point bend bars at
temperatures up to 1SOO C for times up to 1000 h. Specimens fail by premature fracture as a
result of crack growth or by excessive bending as a result of creep. The experiments were
used to develop reliability maps that show the stress-time evolution of strength. Specimens
were broken at temperature during the course of the experiments in order to obtain strength
distributions at specific time intervals for the reliability assessment. The microstructural
elements that were related to strength changes and to failures were identified from speci-
mens selected from specific regions of the reliability maps.

Specimens for the STEM examination were prepared by slicing of sections from cross sec-
tions and from tensile and compressive sides of the test bars with a diamond saw. The sec-
tions were ground to approximately 100,om-thick slices, and 3mm disks were cut and ion thinned
to electron transparency. The ion thinning was carried out from one or both sides, depending
on the information required from the specimen. The relatively thick slices were used in or-
der to eliminate confusion between damage associated with specimen preparation and damage
associated with the deformation from the static load tests. The oxide scale was removed from
the tensile and compressive surfaces by careful polishing or by ion sputtering. Silicon ni-
tride foils were coated with carbon to prevent charging but the coating was not needed on

The author is at the National Bureau of Standards, Washington,DC 20234. The work was

supported in part by the U.S. Air Force Office of Scientific Research and by the U.S. Army
Materials and Mechanics Research Center under contract DOE-lA-DE-A101-77-CSS-1017.
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silicon carbide foils. The micrographs in Fig. 1 are examples of crack growth information
-P• that was obtained from surface and subsurface examination. The specimen is a hot pressed

silicon nitride that showed creep cracking at 1400 C. The conventional TEM 3 showed exten-
sive grain boundary separation and oxide along grain boundary interfaces that is character-
istic of grain boundary sliding mechanism of creep. Examination of the surface with secon-

dary electrons in an STEM showed the path of primary crack from the thinned region to edge
of the disk and the arrays of smaller cracks and cavities associated with creep. The amor-

* phous phase softened at the test temperature and was pulled across the crack from between
the grain bounaries as the specimen bent. The tungsten inclusions contained in the specimen
were identified and then associated with cavities and surface pits by imaging with the back-
scattered electrons. The amorphous phase was shown to be a magnesium silicate glass4 by ele-

*ment analysis with the use of EDS and EELS and diffraction analysis. Such a comprehensive
analysis of a single specimen demonstrates the approach used for failure analysis.

The micrographs in Fig. 2 are examples of the identification of the nucleation and growth
of cavities during creep of yttria-doped silicon nitride.5 This ceramic has a crystalline
yttrium silicate bonding phase rather than an amorphous phase as in the previous example.
The extent of the cavitation decreased with distance from the tensile surface to the neutral
axis and these changes were revealed when serial sections were made. The progression in
Fig. 2 shows the extensive grain-boundary cracks at the tensile surface, the nucleation and
growth stage a few micrometers below the tensile surface, and the initial diffusion growth of

- the yttria phase into a crack-like configuration. Diffraction analysis shows the changing
yttria phase.

The flaw population responsible for the changes in strength and failures in alpha silicon
carbide and static load experiments is identified in the examples shown in Fig. 3. The as-
sintered silicon carbide was found to have graphitic inclusions at triple junctions and with-
in grains. These graphitic inclusions had a fibrous texture from which elliptical diffrac-
tion patterns could be formed. The inclusions were well bonded to the silicon carbide grains

" and had an amorphous background with Si and Ca present. The carbon was identified by EELS.
There was considerable microcracking near grain boundaries and along faults in the silicon
carbide. Boron was found by small-angle neutron scattering (SANS) and by EELS analysis. The
microcracks were not found in annealed samples. In samples from the static load experiments
the microscopy analysis showed that the graphitic inclusions caused several reactions. At
the surface, they oxidized and produced cavities. Below the tensile surface they interacted
with the stress field around them and caused cracks within grains and some dislocation acti-
vity. The presence of the graphitic inclusions in the alpha silicon carbide had not been an-
ticipated or identified from regular SEM analysis. The complete analytical capabilities of
the STEM were required to identify the inclusions and to indicate their role in the strength
degradation and failure process.

:CncnzsionS

The results of the STEM analysis of silicon nitride and silicon carbide provided the in-
formation on failure mechanisms that was required to predict lifetimes from fracture mechan-
ics tests carried out in high-temperature, high-stress conditions.
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a.

FIG. l.--Microstructural characteristics of creep in specimen tested at 1400 C in air: (a)
and (b) secondary-electron images of primary crack; (c) backscattered electron image of

- tungsten and iron based particles as dark images.

• .00

FIG. 2.--Microstructural characteristics of cree cavitation in yttria-doped silicon nitride
after 117 h at 1300 C with 350 NIPa load: (a) cavitation along grain boundaries approximately
5 um beneath tensile surface; (b) crack-like diffusional zone and grain boundary crack ap-
proximately 30 wm beneath tensile surface.

15
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FIG. 3.-Microstructural elements in silicon carbide: (a) microcracks near grain boundary
* in as-sintered sample; (b) fibrous graphitic phase in as-received sample; (c) faults and

initial grinding damage near tensile surface of specimen after 300 h at 1300 C; (d) crack
associated with graphitic inclusion in 300h specimen.
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CHARACTERISTIC CAVITY AND MICROCRACK DISTRIBUTIONS IN
a SiC, Si3N4 and ZrO2

N. J. Tighe, K. A. Hardman-Rhyne

NATIONAL BUREAU OF STANDARDS
GAITHERSBURG, MARYLAND 20899

and

Y. N. Lu

SHANGHAI INSTITUTE OF TESTING TECHNOLOGY
SHANGHAI, CHINA

Cavities and microcracks comprise important failure related

microstructural elements of the flaw population in advanced high

temperature ceramics. These flaws are present in the as-processed

materials and are produced also during high temperature exposures under

various stress conditions. Porosity of itself does not necessarily cause

weakening in a specific ceramic. In fact, the existence of microcracks

has been related to toughening mechanisms in ceramics such as zirconia

[1,2] and alumina-zirconia [2]. There is a certain vagueness to the terms

"cavities and microcracks" and visualization of the exact flaw

configurations must be made before empirical calculations for failure and

lifetime predictions that are based on this type of flaw population can be

validated completely. In the specific case of crack-like cavities

produced by diffusional processes there is some agreement between the

experimental observations and the theoretical calculations £3]. The

purpose of this paper is to present results of scanning transmission

electron microscopy (STEM) and small angle neutron scattering (SANS) as

methods of observing microcracks and cavities and determining their

spacial distribution. The electron microscopy techniques identify defects

in terms of size, chemical composition, crystallographic structure,
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morphology, and orientation. The small angle neutron scattering technique

can scan a bulk sample in order to classify scattering centers by size

distribution with particle sizes from 2 to 100 nm. The microstructural

characterization is necessary in order to identify the active flaw

population and to develop nondestructive evaluation procedures.

In this paper examples demonstrating the application of the

techniques are taken from work on SiC, Si3N4 and ZrO2 . The specimens were

chosen from sets of silicon nitride and silicon carbide samples that had

been tested at high temperature under static load conditions or under

thermal cycling conditions to obtain mechanical property data for various

heat engine programs. The zirconia samples were chosen from samples that

were ready for mechanical testing in the NBS laboratory. The SiC and Si3N4

test bars were examined first by SANS and then sectioned for examination

by electron microscopy. This procedure was followed in order to ensure

that the same flaw population was observed with the two techniques. The

zirconia bars were examined only by electron microscopy. Thin foils were

made for electron microscopy by mechanical thinning followed by ion

sputtering. Several foils were made from each test bar in order to probe

the flaw distribution throughout the sample.

Experimental Procedures

The small angle neutron diffraction instrument at NBS has been

described in detail [4] and a short description of experimental procedures

is presented here in order to acquaint the reader with the methodlogy.

Figure 1 is a diagram of the major features of the instrument. The

neutron source is the 20 MW NBS research reactor. The neutron wavelength

X, can be varied from 0.4 to 1.5 nm by selecting the appropriate speed of

20

• . .• •- ..- . .. : .' . '. .'r'-'''---a-..'".-.'''''',' ' ", ' • ''"



a rotating helical-channel velocity selector. The longer wavelengths (> 1

Um) are useful in diffraction measurements where larger size (> 0.5 nm)

particles or voids are being examined and where multiple Bragg scattering

-from the crystal structure of the material is to be avoided.

There are two types of collimating aperatures which define the beam

direction and divergence. One type consists of a pair of cadmium pin hole

irises, one after the velocity selector and another before the sample.

The other collimation system is designed for higher resolution

measurements and consists of a set of channels in cadmium masks which

*Z effectively converge the neutron beam to a point at the center of the

*detector. The multiple sample chamber is computer controlled, and can be

* used under vacuum. Single samples can be studied as a function of

temperature from below 4K to 1600K. Sample sizes are usually 1.0 to 2.5

- cm are detected on a 64 cm x 64 cm position-sensitive proportional counter

divided into 128 columns and 128 rows with a spatial resoltulon of 8 mm in

-. each direction. The angle between the incident beam and the scattered

*beam is the scattering angle c. The magnitude of the scattering vector Q

in the small angle limit is Q - ke, where k - 2r/A.

Diffraction experiments probe for microstructural phenomena in the

*range of 1 to 100 nm. For this case the SANS detector is usually centered

directly in the incident beam. To minimize multiple scattering events the

*sample thickness is usually kept in the 2 to 6 mm range. It is also

-desirable to use materials with a minimum of incoherent scattering and

* absorption. An example of single particle diffraction is shown in Fig. 2.

Since the constant scattering intensity contours are generally circular,

the intensity data can be circularly averaged and plotted as a function of
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the scattering vector, Q (see the right side of Fig. 2). The small-Q

range of the data is generally called the Guinier region, and the large-Q

data are called the Porod region. The shape of the scattering curve is

wavelength independent when single particle scattering is dominant.

The electron microscopy was carried out using a scanning transmission

electron microscope equipped with a non-dispersive X-ray detector, an

*electron energy loss spectrometer, a secondary electron detector and a

back scattered electron detector. With this high resolution analytical

*: electron microscope the surface and subsurface structrures were imaged and

v "the morphology, structure, and composition of the sample areas were

determined.

Materials

Hot pressed silicon nitride samples were obtained from two sources:

(a) tensile specimens from tests of Govila [5]; (b) four point bend

specimens from tests at NBS [6]. The tensile specimens had a dog-bone

shape and were six inches long with a one inch wide grip area and a 1/8

.- inch square reduced cross-section. The specimen was tested at 1204 0C with

. a with a constant loading rate and it fractured after 21 hours at an

- applied stress of 132.5 MPa. The test terminated in the primary creep

. regime by brittle fracture. The wide portion of the specimen was used for

the initial SANS experiment; and a thin section was made from the reduced

cross-section. In order to identify the cavities and microcracks that

." resulted from creep, thin foils were r ade from some of the NBS specimens

[6] that had been held under constant load for up to 1000 hours at

* temperatures up to 1400 OC.
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The sintered alpha silicon carbide [7] samples used for this program

were obtained from two sources: (a) a set of bars from thermal cycling

tests that lasted 3500 hours during which the bars were cycled from 25 °C

to 1370 °C [8); and (b) bars that were used to obtain interrupted static

load data [9].

The zirconia samples were partially stabilized by additions of

magnesia [10]. Samples from the as-ground bars and from bars annealed

for 100 hours at 1000 °C were examined by scanning and transmission

electron microscopy [11].

Microstructurai elements that contribute to reliable structural

ceramics were identified by comparing microstructures in both as-received

and exposed ceramics. It is well known for example that artifacts can be

introduced during preparation of the specimens. Therefore, strain induced

defects that occur during the grinding must be identified and

distinguished from the strain induced defects that result from the

deformation and exposure experiments. Sections were made from different

areas of the four-point bend bars: from the fracture face, from the outer

and inner portions of the compression and tension sides and from the

cross-section through the test bars. Surfaces were examined in the

as-reacted condition; and, for certain samples some of the oxide scale was

removed by ion bombardment. The effects of polishing the surfaces and

grinding the surfaces on phase transformations in the zirconia samples was

assessed by examining the samples in the TEM as well as by X-ray powder

diffraction. The zirconia samples were particularly difficult to prepare

because the strain induced transformation in the tetragonal phase caused

severe buckling of the thin foil sample and loss of thinnned area. In
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order to prevent excessive buckling, discs at least 100 Um were used and

some of the ground or polished surface was removed by ion thinning.

Samples as thin as 50 um were curved and were not usable.

Experimental Results

Silicon Carbide

The as-sintered a SiC examined in the present experiments were

polycrystalline campacts of 4H and 6H polytype SiC grains with carbon and

boron inclusions. We found that the carbon phase existed as fibers in the

* open triple junctions and as particles within grains. The faults that are

characteristic of the different polytypes and are parallel to the basal

plane. Examples of these faults will be seen in many of the micrographs

in this paper.

Four of the a SiC samples from the thermal cycling experiments were

examined with small angle neutron scattering techniques and their

designations are listed as follows:

SiC-I a SiC base material as-received

SIC-2 a SiC exposed to 2200 OF for 1050 hours

SiC-3 a SiC held at 2500 OF for 1050 hours

SiC-4 a SiC held at 2500 OF for 3500 hours

In all four cases the neutron scattering was isotropic and the data

were circularly averaged. This averaged intensity is plotted as a function

of Q in figure 3. The difference in the intensities for SiC-i in the
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figure results from data that were collected for two different time

periods. The error bars are drawn or are smaller than the symbols. Little

i difference is seen in the scattering curves of SiC-2 and SiC-3 suggesting

that the cyclic heating between room temperature and 2200 OF had little

effect on the population of neutron scatters. The data are analyzed by

subtracting the intensities of the heat treated samples from the base

sample SIC-1 to obtain an Idiff where:

1diff(Q) - ISiC(Q) - Ihealed(Q)

Mathematical fits of the wave equations to the data were made using both

spheres and randomly oriented thin disk models [12). An example of the

fit is shown in figure 3c where the Idiff data for SiC-I to SiC-3 at

A - 0.75 nm is shown as squares and the Guinier model fit is shown as a

solid line. The error bars are given or are less than the size of the

symbol used.

It is clear from the plots that the baseline 0 SiC sample has a

higher intensity than the other samples. This intensity reflects the

- presence of microcracks and cavities as the source of the increase in

neutron scattering of SiC-i. Estimates of the microcrack size and

density were made from the fit of these experimental points to

. the neutron scattering equations.

-. The as-received material (SiC-I) was found to contain a high volume

of penny shaped microcracks approximately 21 nm diameter. The exposed

.. SiC-2 showed a low density of this sized microcracks. Thus the thermal

shock environment apparently healed the original microcracks and did not

.. introduce additional cracks of the same size. This finding was contrary
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to expectations but was confirmed by examination of the samples in the

scanning transmission electron microscope. It is assummed that the a SiC

grains remain the same throughout the heat treatments although the boron

and phosphorous inclusions can react at high temperataures. Such changes

would be averaged in the SANS dat4. At present there is no way to

separate the effects on neutron scattering of the microcracks, cavities,

and inclusions that are found in the silicon carbide samples.

The graphite inclusions that are shown in the electron micrographs of

figure 4 had not been identified previously as inclusions in alpha silicon

carbide. These graphite inclusions occur throughout the samples and have

two forms: fiber bundles that fill the triple junction pores (figure 4A),

and grains with oriented fiber compacts within the silicon carbide matrix

(figure 4B). The fiber bundles are similar to the polyacrylonitrile-based

carbon fibers that are stress graphitized at temperatures up to 2800 OC

[13-15].

Thus the thin foil examination showed that the arrays of microcracks

are present in the graphite inclusions rather than in the silicon carbide

grains and confirmed the SANS observations. The microcracks are seen near

the C-SiC interfaces and along the fiber bundles in the compact grains.

There are pores and cavities within the random fiber bundles as shown in

figure 4B. From the electron diffraction patterns taken of the graphite

fibers it was found that the fiber axes are usually normal to the <0001>

as found in the simple carbon fibers. The carbon fiber bundles are

randomly oriented within the sample (figure 4C) and as such may act as

fiber composite elements. The role of the carbon fibers with regard to

strength and toughness is being assessed using interrupted static load

tests C93.
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The decrease in microcracking that was found in the small angle

neutron scattering experiments could be accounted for by healing of the

cracks In the graphite Inclusions and by enlargement of the micropores

that are present in carbon fibers in triple juncticns as a result of

oxidation of the carbon fibers during. The triple junctions shown in

figure 5A are near a surface and show some remnant fiber structure and a

film of amorphous oxide. Figure 5B shows a healed microcrack that extends

from the grain boundary into the silicon carbide grain.

The boron in the silicon carbide specimens was identified from

neutron activation analysis £16). The presence of boron in the samples

was confirmed using the electron energy loss spectrometer on the scanning

transmission electron microscope. However, there was insufficient

resolution to quantify the amounts. The boron may be resident in the

carbon fiber areas.

Silicon Nitride

Transmission electron microscope examination of the magnesia and the

yttria-doped hot-pressed silicon nitride samples showed that particles of

tungsten carbide and iron are distributed throughout the material as

illustrated in figure 6 [6]. These impurities are derived from the

tungsten carbide grinding balls that are used during powder processing of

;- the raw materials. Their presence is well-documented, and, although they

do not affect adversely the room temperature mechanical properties they do

influence the high temperature mechanical properties by acting as reactive

sites for cavitation and as stress-risers [6).
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The small-angle neutron scattering experiment was carried out on one

of the samples from the NBS collection. The sanograph shown in figure 7

was from the creep sample and. shows intensive scattering from particles.

The drawing of the sanograph contours was shown and discussed earlier with

figure 2A. The curve that was fitted to the measured intensity values is

shown in figure 2B. The best fit to the curve of the scattering intensity

vs Q data shows that the average scattering particle size is near 20 nm.

*This size is close to the small iron particles shown in figure 7. The

larger tungsten carbide particles and clusters of particles are not

-- measured using the SANS technique and can be detected by light microscopy

- and by transmission scanning electron microscopy.

In order to identify the cavities and microcracks that could be

related to high temperature deformation, some thin foils were made from

some of the specimens from the creep tests carried out at NBS [6].

Microcracks typical of creep in magnesia-doped silicon nitride are shown

in figure 8. This figure shows both the surface displacement and

extension of the glass grain boundary phase across the crack interfaces.

Additional small microcracks along grain boundaries are visible in both

the secondary electron image and in the transmission image. In the

yttria-doped silicon nitride the creep process had a different mechanism

because the bonding phase is crystalline (yttrium silicate) and is

controlled by the diffusion between the bonding phase and the silicon

nitride grains C6]. It was found (see figures 9 and 10) that the

microcrack and cavity distribution varied with distance from the tensile

and compression surfaces of the bent bars in both the amorphous bonded

silicon nitride and the crystalline bonded silicon nitride. Therefore in
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order to carry out a sucessful small angle neutron scattering experiment

*l the sample material should be free of scattering centers such as tungsten

and the sample should be from a tensile or compression test.

Zirconia

The proposed use of partially stabilized zirconia as a structural

ceramic exposed to thermal cycling and to thermal and mechanical stress

*requires some means of observing the development of microcracks during

these processes. Our assessment of the small angle neutron scattering

technique with silicon nitride and silicon carbide indicates that it would

be useful for analysis of microcracking in zirconia materials. The

initial studies of the possible microcrack populations has been carried

out using light microscopy and scanning and electron microscopy [11].

Some of the electron microscopy results are included in this paper because

of the general interest in zirconia expressed at this meeting.

The samples were chosen from commercial samples that were partially

stabilized with magnesia additions. Examples of the form and

-distributions of pores and microcracks in these materials are shown in

*figures 11 and 12. As seen in these pictures the pores occur along grain

* boundaries and within grains and have a broad range of sizes and shapes.

Regions of excessive porosity such as that shown in figure 11 could cause

* the low flexure strengths in some tested bars. The pore shown in figure

128 appears to be similar to pores in figure 12A and is within a grain of

cubic and tetragonal ZrO2 . The particles in the pore were identified from

-. electron diffraction and from energy dispersive x-ray spectroscopy as

silicon. Microcracks were found in both as-received samples and in the
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samples heated 100 h at 1000 OC at the interfaces between the twinned

monoclinic plates and the grain boundaries as shown in figure 13. Such

microcracks are of a size that could be detected by SANS.

SuS.

The combining of scanning transmission electron microscopy and small

angle neutron scattering is shown to be a useful approach for examining

the cavity and microcrack populations in the structural ceramics SiC, and

" Si3N4. In order to develop the SANS technique to be an effective

°- non-destructive technique it is apparent that calibration materials must

be carefully selected to contain an identifiable cavity and microcrack

*: population without the complications of extraneous defects. Partially

stabilized zirconia samples are suggested as candidate materials for

-: future work.
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Figure 2. Schematic drawings of single particle diffraction data from
(A) the two dimensional detector showing the center of the
incident neutron beam (+) and the scattering vector Q: and
(B) the circularly averaged intensity as a function of the
scattering vector Q. (Data were obtained from a Si N4
specimen).
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Figure 4. Graphite inclusions in a SiC (a) fibrous form found at triple
junctions of grain boundaries; (b) compact morphology found
within and between grains of SiC.
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Figure 6. Hot-pressed Si 3 N4~ + MgO showing Fe and WC inclusions along
grain boundaries and at triple junctions.
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Figue 8 Thn til f S 3N4 + MgO specimen bent at 14000C showing creep
cracks along the interface with the amorphous grain boundary
phase stretched across the interfaces; (b) grain boundary
cracks as imaged by transmission electron microscopy in the
same region.
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Figure 10. Microstructure in Si 3N4 + Y203 specimen approximately 10 uAm
below the tensile surface showing crack-like diffusional

C'. cavities along grain boundaries, spherical cavity at mid-grain
.boundary and triple junction pore where yttrium silicate phase

C' oxidized.
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* Figure 11. Fracture interfaces i OstiiedZOtest afrcue

at 300 MPa at 10000C.
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Figure 12. MgO-doped ZrO 2 fracture interface showing (a) pore
distribut ion, (b) transmission electron micrograph of pore
containing Si particles. Grain has plates of' tetragonial
phase.
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*Figure 13. MicrocrACks at initerfaces of' twin bocir.-aries and adjacent
gramns in agnre3ia !;-tilizcd zirconia.
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CREEP AND FRACTURE OF VITREOUS BONDED ALUMINUM OXIDE

ABSTRACT

Creep and creep-rupture behavior of a commercial grade of a glass-

bonded, 96 percent aluminum oxide was characteritzed as a function of

temperature and applied stress. The creep data were fit to the classical

empirical relation usually used to describe this phenomenon. The apparent

activation enthalpy, AH - 926 kJ/mol, and the stress exponent, n - 4.8,

lie at the high end of the range reported for two phase materials,

primarily as a result of structural modifications that occur during creep.

A stress-modified Monkman-Grant relationship was fitted to the

creep-rupture data to give a stress exponent of -4.2. None of the

- available theories of creep-rupture provided a satisfactory description of

* the present set of data.

Analytical electron microscopy was used to characterize the

composition and structure of this material. In the as-received material

the intergranular phase was a glass of nearly uniform composition. During

high temperature exposure, devitrification of the glass resulted in the

formation of various crystalline phases within the intergranular region of

the material. Devitrification depended on both the proximity to the

surface, where it was most pronounced, and on the state of stress. In

this regard, flexural creep samples exhibited extensive crystallization

within the tensile region of the flexural specimens, but little

crystallization within the compressive cross section. From the

composition of the retained glass, estimates of the viscosity of the glass
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at the grain boundaries were made and used, in combination with

microstructural information, to compare the creep behavior with available

theories of creep. The results of this paper are consistent with

percolation and solution precipitation mechanisms of creep deformation. By

contrast, cavitation did not seem to play a major role in the creep

deformation process. After extended periods of time, however, cavitation

and delamination of two grain junctions provided the nucleating sites for

crack growth and fracture.

1. Introduction

Current interest in the mechanical behavior of multiphase ceramics has

its origin in the potential use of these materials in high temperature

structural applications. In the automotive industry, for example, two

phase ceramics such as sintered silicon nitride and glass-bonded

cordierite are being used as structural materials for combustors,

turbines, turbochargers and heat regenerators [I]. In the power industry

two phase materials are being considered for heat recuperators and for

linings in slagging gasifiers [2]. In these applications, the mechanical

response of the ceramic to external forces depends on the microstructure,

In particular on the refractoriness and chemical activity of the phases

that make up the ceramic. Most high temperature structural ceramics

consist of highly refractory grains bonded by a less refractory vitreous

intergranular phase. Therefore, creep and creep rupture of these

materials depends primarily on the physical and chemical properties of the

vitreous phase and on the amount and distribution of the vitreous phase

within the ceramic structure.

48



Because of the importance of the intergranular vitreous phase to the

structural integrity of high temperature ceramics, most recent studies on

these materials have concentrated on characterizing the behavior of the

vitreous phase as a means of understanding the behavior of the ceramic

composite. Thus, Lange and his co-workers 13] have shown how the

compressive creep behavior of silicon nitride can be modified by changing

the composition and volume fraction of the glassy phase within hot-pressed

silicon nitride. These authors also demonstrated that high temperature

exposure, which removes glass modifiers from the vitreous matrix, also

greatly reduces the susceptibility of the hot-pressed silicon nitride to

creep [4]. These findings reinforced earlier findings of Kossowsky,

Miller and Diaz [5J , who showed that glass modifiers, such as calcium,

reduce the viscosity of glass and therefore increase the susceptibility of

hot-pressed silicon nitride to creep. Similar findings were made by

others on porcelains [6], fire bricks [7) and on glass ceramics [8].

Despite our general understanding of the importance of glass

composition and structure to creep and fracture, it is only now with the

development of high resolution analytical microscopy that the chemical

composition of the glass bonding phase can be determined. Evaluation of

the glass composition opens the possibility of estimating physical

*i properties of the glass matrix, such as diffusivity or viscosity which are

-" required for the critical evaluation of most theories of creep and creep

rupture. By analyzing the composition of the vitreous matrix, these

physical properties can be either determined experimentally on a similar
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composition of glass, or estimated theoretically, and a direct comparison

between these theories of creep and creep-rupture, and experimental creep

and creep-rupture data can be made.

In this paper analytical electron microscopy is used to elucidate the

creep and creep-rupture behavior of a commercial grade of vitreous bonded

aluminum oxide. The chemical composition of the glass bonding phase is

determined before and after static annealing and creep deformation. From

the chemical compositions, theoretical estimates of the viscosity of the

glasses are made in order to compare creep and creep-rupture theory with

experimental data. The electron microscope is also used in a more

classical way: as a method of identifying changes in the microstructure

that occur during creep. Using these methods, the creep rate is shown to

be determined by the viscosity of the glass, suggesting that viscous flow

and/or solution precipitation contribute to the creep process. Although

cavitation is not observed to occur homogeneously in our specimens,

cavitation at select boundaries followed by crack growth is believed to be

important in later stages of the creep process.

2. Experimental Procedure

Creep and creep rupture experiments were conducted on a commercial

grade of vitreous bonded aluminum oxide, Coors AD-96,1/ reported to

contain 96 percent aluminum oxide. Experiments were conducted using

4-point bending as a test technique. This technique was selected for ease

of testing and for the fact that specimens for the electron microscope

could be obtained from the tensile and compressive portions of the same

1/ Identification of this material is not to be construed as endorsement
by the National Bureau of Standards.
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specimen, thus excluding thermal history and extent of strain in

comparative analysis. Creep-test specimens, 3 mm high and 5 mm wide were

loaded on a bending fixture of silicon carbide with outer and inner

loading points of 40 mm and 10 mm respectively. Approximately one-half the

specimens were polished on the tensile surface to permit identification of

incipient failure sites and crack nuclei as they formed during creep. Dead

weight loads from 40 to 100 N were applied via a lubricated rubber

diaphragm air cylinder, which, in combination with a two-step, continuous

leak pressure regulator, was capable of maintaining the applied load to

within ±1.5 N. Stress and strain were calculated by the procedure given

in reference 9, assuming a stress exponent of unity. No further

corrections to the estimated stresses and strains were made in the present

paper.

The loading point displacement during creep was monitored by a linear

voltage-displacement-transducer (LVDT) that was attached to the upper ram

of the test equipment. The loading point displacement of specimens was

measured to within ±2 pm. To enhance the long term accuracy of the

displacement readings, a block of sintered silicon carbide, of the same

grade as that used for the rams, was used in one of the three test

stations in each furnace. Since the block did not undergo creep at the

loads and temperatures used in the present study, any displacement

measured by the LVDT on the block reflected changes in the test facility

due to electronic drift or to fluctuations in the ambient temperature.

These displacement fluctuations were subtracted from the displacements

measured on the specimens in the other two stations of the same furnace,

so as to minimize errors due to electronic drift or to differential

thermal expansion of the test fixture. Even though two specimens were
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tested in the same furnace for each run, the failure of one specimen was

never observed to affect the other in the course of our investigation,

primarily because pneumatic bellows and rubber shock absorbers were used

to restrain propagation of stress waves.2/

Recognizing that phase changes often occur in ceramics during extended

high-temperature exposure [6,7], most specimens were annealed at 1050 0C

for a period of 96 hours before testing to stabilize the ceramic against

composition or structural changes that might influence the creep behavior.

Since most of the creep studies on this program were typically less than

100 hour duration, it was hoped that this annealing period would be

sufficient to insure a constant structure for the present investigation.

Despite this precaution, some phase changes were observed during creep.

The affect of annealiing on both creep and microstructure represents an

important aspect of our results and accordingly will be discussed

extensively below.

To establish the temperature range to be investigated, a stepped-

temperature creep test [10] was conducted using an initial applied stress

of 60 MPa, which was approximately one-third of the reported breaking

stress at 10000C. In this test, a constant load was applied to the

specimen, and the temperature was increased at various time intervals

until either failure occurred, or deformation was so severe that further

creep was pointless. Significant creep activity for this material starts

at approximately 9500C; at 1050 0C the creep of the ceramic is relatively

rapid, failure occurring in approximately 24 hours at approximately 0.14%

2/ Bellows are a non-inertial method of loading the specimens, and the

air gaps in the bellows do not permit the passage of a stress wave.
Hence, when a specimen breaks, the stress waves resulting from the
fracture are largely dissipated before reaching the second specimen.
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strain. Based on these results, experiments were conducted at

temperatures ranging from 980 to 11000C, and at loads ranging from 40 to

100 MPa.

Specimens for examination by transmission electron microscopy (TEM)

were obtained from the deformed bend bars using standard sectioning,

polishing and ion-milling techniques. Two types of sections were used in

these studies, figure 1. Specimens with the major plane of the foil

parallel to the plane of maximum tensile or compressive stress (a in

figure 1) were used to analyze the near surface regions of the specimen,

i.e. from 0 to 50 um from the external surface. Specimens with the plane

of the foil perpendicular to the bending axes (b in figure 1) were used to

examine changes in composition and structure at greater distances (0.2 to

1 mm) from the tensile or compressive surfaces of the creep specimens.

This orientation was selected to examine the ceramic structure as a

function of distance from the tensile and compressive surfaces of the bend

bars.

3. Experimental Results

3.1 Microstructure

A representative view of the material used in this study is shown in

" figure 2. The material consists principally of aluminum oxide grains (A)

bonded by an intergranular matrix phase (M). Interspersed throughout the

material there are also abnormally large grains of spinel (MgAl204), S,

ranging in size from 20 to 40 microns, and irregularly shaped pores of

microscopic (5 to 10 microns) dimensions. Using the line intercept

method, the mean grain size of A1203 was determined to be 8 microns, but

ranged from -3 to 20 microns. The volume fraction of intergranular matrix
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phase, which was located primarily at multi-grain junctions, was roughly

10 percent. The porosity of the material was also roughly 10 percent by

volume.

In applying TEM, major emphasis was placed on determining the

structure and chemical composition of the intergranular matrix phase.

Chemical compositions were determined by energy dispersive x-ray analysis

(EDX) using the ratio method in the thin-foil approximation [11] after

* background subtraction by linear extrapolation. The required K-values for

the various oxides3 were determined from spectra obtained from two glass

standards (Table 1), which were also prepared by ion-milling. In all

cases, spectra from either the standards or the unknowns were taken under

similar conditions (beam current, beam size, angle of tilt, etc.), a

precaution necessitated by the presence of sodium in both the glass

bonding phase and in one of the crystalline products of devitrification.

The highly volatile nature of sodium during electron irradiation,

moreover, placed severe restrictions on the imposed electron beam flux and

duration of exposure. Most generally, this precluded the use of a focused

probe regardless of other operating conditions and required the use of

defocused beams of (typically) 400 pm or greater in diameter. While many

grain boundary widths were conside-ably smaller than this limiting probe

size, most joined continuously with triple junctions of larger dimensions.

As a check on spacial resoltuion, "hole count" spectra-obtained from

etched out grain boundaries and triple junctions showed only an

insignificant Al intensity enhancement while aifferences in the elemental

3/ It was assumed that all constituents were present as stoichiometric
oxides.
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composition of the various intergranular phases allowed for a ready check

on possible "overlap". In all cases, chemical compositions are given in

terms of average values obtained from at least ten determinations.

Tranmission electron microscopy provided not only a more detailed view

of the microstructure, but also revealed that pronounced changes occur

- within the intergranular bonding phase due to prolonged static annealing

and creep. In the as-received material, the intergranular bonding phase

was found to consist entirely of a glass, figure 3. EDX analyses of the

glass found at triple junctions (figure 3a), two-grain boundaries

(figure 3b), and larger multi-grain junctions or "pockets" gave a fairly

uniform composition listed in Table 2. Though not particularly evident in

figure 3, most A1203 grains were separated by a glass film which, due to

the irregular morphology of the A1203 grains, ranged in thickness from

roughly 10 nm to upwards of several tenths of a micron. In this regard,

the relatively wide, glassy grain-boundary region - as well as the

apparent A1203 surface faceting - seen in figure 3b was not uncommon. The

results thus indicate that, in the as-received condition, the binding

phase can be regarded as a continuously-linked, glassy structure.

Upon prolonged annealing (10500C, 96 hours), pronounced changes were

found within the binding phase due to partial devitrification of the

glass. Specifically, devitrification results in the formation of various

crystalline phases and, as a consequence, changes the volume fraction and

composition of the retained glassy phase. Although devitrification occurs

throughout the samples, It is most pronounced within the surface regions.

Accordingly, results obtained from the interior and from the surface

regions of bulk, annealed samples are described separately. Within the

interior of annealed samples, analytical electron microscopy revealed only
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the presence of two different magnesia alumino-silicate phases within the

binder phase: one having an average composition of 4MgO.Al2o3.4SiO 2 and

isomorphic with orthorhombic enstatite (MgSiO3 ); the other having an

-. average composition of 2MgO-2Al2o3.SiO 2 and isomorphic with monoclinic
sapphirine (7MgO.9Al203.3SiO2 ). Moreover, small crystallites of one or

C"

both of these phases were found within many, but not all, of the larger

triple junctions or multi-grain "pockets" (figure 4a), and never within

%"" two-grain boundaries. Because of this, devitrification results in only a

minor decrease in the volume fraction of the glassy phase, (estimated at

."*" less than 10%). This however, is sufficient to produce a significant

change in glass composition which from Table 2 is seen to be nearly

depleted in MgO. Here it is important to note that the observed change in

*'[ glass composition was uniform throughout the interior of annealed samples,

- regardless of whether localized crystallization had occurred.

As indicated earlier, devitrification was especially pronounced within

the surface regions, where it is estimated that from 50 to 75% of the

intergranular glassy phase devitrified during annealing. Although

enhanced formation of both magnesio-alumino-silicate crystalline phases

' at the surface played a role in reducing the volume fraction of glass, the

* reduction of glass fraction was primarily related to the formation of a

triclinic, sodium-calciam alumino-silicate phase identified by electron

diffracticn and chemical analyses (Table 2) as intermediate plagioclase.4 /

Unlike the magnesio-alumino silicate phases, the intermediate plagioclase

-4/ The chemical composition of members of the plagiociase series is

generally given in terms of its pure end members anorthite (An),
CaAl2Si 2 8 and albite (Ab), NaAlSi3 O8. On this basis, the average
composition listed in Table 2 corresponds to 50% Ab.50% An, although
considerable variations in compositions and a systematic calcium
deficiency was observed.
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formed more uniformly throughout the intergranular regions and often

resulted in the (apparent) complete crystallization of two-grain

boundaries and multi-grain junctions (figure 4b). Moreover, the

additional crystallization of plagioclase within the surface regions

results in a retained glass phase composition, Table 2, which is more

silica-like, and hence, is different from the glass phase found within the

interior.

To a large extent, analytical electron microscopy results for annealed

samples provide a basis for summarizing the differences in microstructures

found within samples that were preannealed at 10500 and then were

"" deformed in creep to -0.1% strain at an applied stress of 60 MPa. Again

particular emphasis is placed on the intergranular regions, since this is

where deformation occurs. With reference to figure 1, samples taken from

Swithin 100 microns of the tensile and compresssive surfaces of deformed

samples were virtually indistinguishable from each other and from those

from the surfaces of statically annealed samples. In each, the inter-

granular binder phase was largely crystalline (again estimated as up to

75% of binder phase volume), due to the formation magensio-alumino-

- silicates and intermediate plagioclase. From Table 2, the compositions of

• .retained glass In the surface intergranular regions was also quite

similar. Tensile surface sections were, however, marked by the occasional

• presence of stoichiometric, orthorhombic cordierite and, in samples where

• "the orginal surface was retained, by the presence of discrete magnesio-

alumino-silicate crystallites along the periphery of two-grain boundaries

*i and multi-grain junctions. By scanning electron microscopy these

crystallites were determined to lie on the surface, thus Indicating a

transfer of material from the interior to the tensile surface.
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Further examination of deformed samples, using longitudinal

cross-sections (figure 1), provided clear evidence that the stresses

developed during testing have a significant effect on the devitrification

process and hence, the structure and composition of the intergranular

binding phase. Within the tensile regions, extensive devitrification of

the glass binder phase resulting in 50-70% crystallization, extended to

distances of approximately one-fourth the sample thickness (the limit of

observations). In contrast, the degree of devitrifcatlon diminished

rapidly below the compressive surface, and, at a depth corresponding to

. one-tenth the sample thickness, the binder phase was essentially glassy.

Within the compressive regions, the structure and composition of the

binder phase was, in fact, nearly identical to that found within the

-. interior of bulk annealed samples; whereas, within the subsurface tensile

-. region, it closely resembled that found at the surface. Again the large

differences in both volume fractions and composition (Table 2) of

intergranular glass that develops within creep samples could be related to

the preferential crystallization of intermediate plagioclase within the

. grain boundaries throughout the tensile regions, figure 5.

Creep samples were also examined for evidence of void or cavity

formation within the intergranular phase. In contrast to earlier results

for hot-pressed silicon nitride (tested in both tension and compression)

[3,5,12-14] and for a glass-bonded alumina (tested in compression) [15],

definitive evidence for wide-spread cavitation was not found.5 /

* Nevertheless, observations on tensile surface regions by SEM, figure 6a,

.

5/ While cavity-like holes were often found within multi-grain junctions
even in thick regions of TEM samples, they were similarly present in
tested and un-tested samples and are, therefore, attributed to
preferential ion-thinning.
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clearly showed intergranular cavitation, though it was generally

restricted to the neighborhood of well developed creep cracks. In

addition, transmission electron microscopy studies on similar tensile

surface sections revealed occasional evidence of grain boundary

delamination in the form of narrow plate-like cavities, figure 6b. While

-it appears clear that grain boundary delamination eventually leads to the

formation of fully developed cracks that are responsible for creep

rupture, the necessary conditions and processes involved in crack

formation remain the object of continuing study.

* 3.2 Creep Data

Examples of creep data obtained in the present experiment are

illustrated in figures 7 and 8. There was little indication of stage 3

creep prior to failure in any of the creep tests. Failure often occurred

without any change in the creep rate, suggesting that a second process,

* such as rapid crack growth, abruptly cuts-off the normal creep process in

these specimens. Sometimes a slight increase in the creep rate Is

* observed just before failure, but the sort of creep-rate enhancement often

- reported for structural metals does not occur for this ceramic. This

slight increase in creep rate is probably due to an Increase in specimen

compliance resulting from rapid crack growth.

Considerable run-to-run scatter was observed in the failure times for

a given test condition even when specimens were tested simultaneously in

the same furnace. Scatter in the failure times by as much as a factor of

three were not uncommon. By contrast, the minimum creep rate for a given

test condition was relatively constant from run to run. Finally,
J

annealing has an enormous effect on the creep behavior of this material.
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The annealing treatment of 96 hours at -1050 0 C, decreased the creep rate

and increased the lifetime by a factor of almost 100 (figure 7). As will

be discussed below, this decrease in the creep rate can be directly

attributed to devitrification and to the changes in the volume fraction

and the viscosity of the glass at grain boundaries.

The creep data illustrated in figures 7 and 8 may be summarized by

- expressing the minimum strain rate, 9, as a function of applied stress,

a, and temperature, T:

"= A (a/ao)n exp (-AH/RT) (1)

where R is the gas constant and A, n and AH are empirically determined

constants. The constant A has units of hr 1 and the normalization

constant, ac, for the stresss has units of MPa. In the present

experiment, the constants A, n and AH were determined by a least squares

fit of eq. 1 to 28 sets of the experimental data. The values of these

constants and their standard deviations are: ln A = 53.6 ± 5.0;

n = 4.85±0.45; AH = 926±58 kJ/mol. The standard deviation of the fit was

* approximately ±0.45.

- 3.3 Creep Rupture Behavior

The creep-rupture data obtained in the present experiment are

summarized in figure 9 where the logarithim of the minimum creep rate is

plotted as a function of the logarithm of the rupture time. As can be

"" seen from this figure, there is a negative correlation between the minimum
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strain rate and the time to failure. If the failure time Is expressed as

a power function of the minimum strain rate, then the data shown in

figure 9 can be expressed by the following equation:

t ja - b (2)

where the constants and their standard deviations, a - 1.10±0.11 and

in b - -8.97±0.13, were obtained by a linear regression analysis of in t

upon in t for 21 sets of data. The standard deviation of the fit was

approximately 0.72. Equation 2 is the Monkman-Grant [16] equation, first

used to describe the creep of metals. The exponent, a, in this equation

is not significantly different from 1, the value usually used to describe

creep.

The variance of the data about the regression line in figure 9, can be

reduced significantly if temperature and/or applied stress are introduced

as variables. This is illustrated in figure 10 where the data from

figure 9 have been replotted and identified as either constant

temperature (figure 10a) or constant stress (figure lOb) data. In both

representations, the data is observed to be layered: the data lie on

straight lines of either constant temperature or constant stress.

Furthermore, it can be seen that the scatter of the data about the lines,

in either representation, appears to be less than that given by the

Monkman-Grant relation, indicating the importance of temperature and

stress as experimental variables.

The introduction of temperature and applied stress into the analysis

can be quantified by assuming that the creep rupture data fit an empirical

equation of the following type:
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t &a = B am exp (- AH'/RT) (3)

By taking the natural logarithm of both sides of the above equation, the

equation can be linearized and the constants, a, B, m and AH' can be

determined by a linear regression analysis of the data. The results of

this analysis are given in Table 3. A large and significant dependence of

t I on applied stress and temperature indicates that some of the variance

in figure 9 can be attributed to a variation in these two parameters. In

- fact, the standard deviation of the fit, ±0.34, is reduced by a factor of

approximately 2 by taking temperature and stress into account.

3.4 Strain at Failure

Another relationship that can be obtained from the creep rupture data

is the maximum strain to failure. In the metals literature, the

assumption of a constant maximum strain to failure is often used as a

criteria for failure [17]. The unmodified Monkman-Grant relation,

equation 2, for example, is essentially a constant strain to failure

criterion. By plotting the strain to failure as a function of other test

variables, it should be possible to prcvide additional data for comparing

creep and creep-rupture data with theory.

in figure 11, the strain to failure is plotted as a function of the

applied stress. Although the scatter of the data is considerable, the

figure suggests a negative correlation between these two variables, so

that as the stress applied to the specimen is decreased, the failure

"- strain is observed to increase. This correlation is supported by data

collected on two other specimens loaded at 40 MPa and 10440C for a period
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of 350 hours. Although they did not fail, strain on the specimens at the

* time the tests were discontinued were 0.17 and 0.21 percent, which were

• greater than any of the failure strains indicated in figure 11.

4.0 Discussion

4.1 Grain Boundary Viscosity

In the temperature range used in the present investigation all but a

few high silica glasses behave as viscous liquids. Therefore, the glasses

at grain boundaries in the present study are also most likely to be

liquid, and liquid enhanced creep undoubtedly dominates the creep results

presented in this paper. In all of the theories developed to describe the

effect of intergranular liquids on creep deformation, the viscosity of the

liquid is an important variable, which should be evaluated to fully

understand the creep process. Therefore, in this secton the viscosity of

the intergranular glass is calculated from its composition. In the next

section, these calculated viscosities are used to evaluate mechanisms of

creep.

The viscosities of the vitreous grain boundary phases were estimated

from the compositions given in Table 3, by using empirical equations

developed by Urbain for this purpose £18]. The Urbain equations were

developed from experimental data on a series of calcia-alumina-silicate

glass melts and were tested on a number of slags and glasses for which the

equations give values of viscosity that agreed with experimental

measurements to within a factor of 5 £19]. The equations were, howeier,

developed for the low viscosity range <104 Pa.s, so that agreement between

these equations and experimental data is not expected over the entire

range of viscosities.
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Before using the Urbain equations on the present set of data, the

equations were applied to commercial glasses with known compositions and

viscosities. The glasses selected for comparison were made by the Corning

Glass Company and have the composition indicated in Table 1 [20]. The

calculated and experimental values of the viscosity for the C0080 glass,

figure 12, agree to within an order of magnitude for the viscosity range

1011 Pa-s (530-C) to 102 Pa-s (1000 0C), which was almost the entire

practical range of viscosities for annealing and forming for this glass.

For the C1720, figure 12, an order of magnitude agreement between

calculated and measured viscosity is obtained for viscosities lying

* between 107 Pa-s (9000C) and I Pa.s (12000C). This agreement between

calculated and measured viscosities is considered reasonable for the

present study.

The viscosities of the glass compositions given in Table 3 are shown

in figure 13. The figure demonstrates the rather sizeable affect of

annealing and deformation on the viscosities of these glasses. At any

given temperature, changes by a factor of ten in viscosity are observed as

a consequence of annealing and creep deformation. This increase in glass

viscosity should reduce the creep rate of the annealed specimens by a

*commensurate amount, because the creep rate is inversely proportional to

the viscosity in most theories of creep. Similarly, the additional factor

of -10 increase in the glass viscosity in both the tensile and compressive

surfaces of the annealed specimens suggests that the surface of the

specimens are more resistant to creep than the body of the specimens.

This findings raises the possibility of surface embrittlement as a

* consequence of devitrilficatlon during annealing.
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The difference in composition of the glass in the tensile and

compressive cross sections suggests a difference in viscosity of the

glasses in these cross-sections. Using Urbain's formulation, the

viscosity of the glass In the tensile cross-section is calculated to be

approximately a factor of three greater than that in the compressive

cross-section. The presence of crystalline material at the grain

boundaries of the tensile cross section magnifies the viscosity difference

even further, so that the effective viscosity of grain boundaries that

have been devitrified will be greater than that indicated by the viscosity

of the glass alone. Thus, the effective viscosity of the material at the

grain boundaries in the tensile cross section should be more than a factor

of three greater than the effective viscosity of the material at the grain

boundaries of the compressive cross section.

These effects of composition on viscosity have interesting

implications with regard to effects of the state-of-stress on the creep

* rate. If the effective grain boundary viscosity were the sole determinate

-" of creep rate, then one would expect tensile specimens to be more creep

resistant than compressive test specimens, for an equivalent temperature

and applied stress. In fact, experimental studies on this subject reach

*the opposite conclusion; creep occurs more easily in tension than in

compression [211. Therefore, while grain boundary viscosity is important,

it is not the only physical or structural parameter determining the creep

. rate. The overall rheology of the test specimen, vis-a-vis, the state of

* stress must also be considered. Creep no doubt depends on details of the

microstructure such as level of agglomeration, level of homogeneity and

*amount of direct contact between grains of the microstructure. These

effects of microstructure have not yet been considered for ceramic
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materials. In fact, most theories of creep assume a homogeneous

microstructure, an assumption that is clearly not consistent with the

structure of most materials investigated. Thus, while intergranular

viscosity is probably of paramount importance in determining the creep

rate of a component subjected to a particular state of stress, other

factors must be considered when the state of stress is a variable.

The effect of devitrification on the creep rate can be quantified by

comparing the creep rate of the annealed specimens with that of the

as-received specimens. At 1044 0C, and an initial applied load of 60 MPa,

a 100-fold decrease in the creep rate is observed upon annealing the

specimens. Based on most theories of creep, this result suggests a factor

of 100 decrease in the effective grain boundary viscosity. Since the

viscosity of the glass at the grain boundaries decreases by only a factor

of 10 due to annealing, a change in glass composition alone cannot explain

the decrease in creep rate. Crystallization of the grain boundaries

effectively increases the average viscosity of the grain boundary phase by

another factor of 10, and in this way, decreases the creep rate of the

specimens.

4.2 Models of Creep

The simplest model of liquid enhanced creep is that of lubricated flow

wherein the grain boundary glass behaves as a lubricant, reducing the

friction between grains. For an applied deviatoric stress, B, the creep

rate i is given as a function of grain size, d, grain boundary

thickness, w, and viscosity, [ [22J:

a a (w/(w + d)) (a/n) (4)
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.

where a is a constant having a value of approximately 1/3. Substituting

*" - 40 MPa, d - 8 Um, n - 106 Pa-s (the value for the annealed specimen at

10400C) into equation 1, we obtain a calculated value of the grain

boundary thickness, w, of 1.8x10 - 15 m for a creep rate of 3x10 -9 s- 1 (60

MPa applied stress, 10400C). This estimated value of w is, of course,

sub-atomic indicating that frictional forces at grain boundaries provide

almost no impediment to the creep process. Therefore, lubricated flow

cannot possibly be an acceptable mechanism for the creep results in the

present study. As noted by others [22, 23), lubricated flow is probably

* never an explanation for liquid enhanced creep because the mechanism does

not take into account the complexity of the microstructure for most

- materials. Grains that form the microstructure do not lie in ordered

- planes, as assumed in the model of lubricated flow. When subjected to

stress, grains tend to lock-up as the solid is deformed, greatly

" increasing the forces required to maintain a given rate of creep. In this

* way, the material work hardens. For flow to continue, i.e. for the grains

to slide over one another, an increase in the volume, a dilatation, must

occur £24, 25]. Therefore, if liquid lubrication were the only possible

process, creep would become more and more difficult as the strain

increased and the creep would eventually stop. In fact, creep continues

because there are mechanisms of accommodations that relieve the stresses

caused by the volume expansion. In the order to be discussed below these

mechanisms include: (I) fluid flow or percolation; (2) pressure solution

or solution precipitation; and (3) grain boundary cavitation.
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Percolation, or fluid flow, was first mentioned as a mechanism of

accommodation by Reynolds [24], and later by Frank E25J. The effect of

fluid flow on creep was quantified by Drucker [261 and by Lange [231, who

calculated the rate of creep resulting from the localized flow of liquid

- from the compressive to the tensile surfaces of individual grains. The

equation developed by Drucker for the strain rate is

- (o/nV3)(w/d) 3 , (5)

* where a is the applied ternsile or compressive stress. The model assumes

the grains lie in a two dimensional hexagonal array and that flow is

homogeneous throughout the material. Substituting experimental values of

n (106 Pa's), a (60 MPa) and d (8 um) into this equation yields the

- following relation between i and w: E/w3 - 6.7x1016 s-1 m-3 , from which a

* grain boundary thickness of 3.5 nm is calculated for a creep rate of

3x10-9 s-1 at 10440C. This value of the grain boundary thickness lies at

the lower end of the range normally observed for glass bonded aluminum

oxide, which suggests a significant resistance to fluid flow only occurs

along the narrowest boundaries of the composite. During deformation,

glass flows easily from pores or external surfaces along triple junctions

and therefore wide grain boundaries offer little resistance to fluid flow.

By ccntrast fluid flow along narrcw grain boundaries is difficult, so that

the local stresses will be greatest along these boundaries. Because of

these preferred paths for fluid flow, deformation of polyphase materials

is most likely nonhomogeneous. Dev'trification increases the difficulty

of fluid flow by increasing the effective grain boundary viscosity by a
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factor of approximately 10 over that calculated for the glass in the

annealed specimens. This increase in viscosity should increase the

estimate of the grain boundary thickness by a factor of approximately two.

Turning now to solution precipitation as a means of liquid enhanced

creep, two types of mechanisms have been suggested. In one, the grains of

the solid are in firm contact and the driving forces for solution and

precipitation result from the high stress that occur at contact points

[22, 27). The creep rate can then be limited either by the kinetics of

solution and precipitation, or by the rate of transport from regions of

high to regions of low stress, the transport processes being driven by the

gradient of the chemical potential, and its dependence on pressure. These

mechanisms were discounted In the present experiment because no evidence

of intergranular contact was found in microstructural analyses of deformed

specimens. If contact sites were present they would appear as well-

defined regions of strain contrast, as has been reported by Lange et al.

_. [29) in TEM studies of hot-pressed silicon nitride. Similar patterns of

strain contrast due to intergranular contact have been observed in

hot-pressed silicon nitride in our own laboratory [30). In the glass-

bonded aluminum oxide, however, no such strain contrast was observed at

grain boundaries in the present study. Therefore, either the contact sites

were not there, or they were so widely spaced that their observation would

have been rare. In this section we assume that the grains were not in

contact, and that each grain of solid was completely surrounded by glass.

When glass forms a continuous phase around the grains, then stress

gradients within the glass result from the high viscosity of the glass,

which resists the imposed forces and prevents the grains from touching.
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Solution reprecipitation for this situation has been analyzed by a number

of investigators [31-34], and creep equations similar to the following one

by Rutter 133) have been reported for transport limited processes:

t- 32 0 V CO D w/No kT p d3  (6)

where V is the molar volume of the solid (A1203 ), CO is the concentration

(mass/volume) of the diffusing species in the solution, D is the

diffusivity, No is Avogadro's constant, k is Boltzmans constant and p is

the density of the solid.

In our treatment of creep by solution precipitation, the diffusivity

must be estimated in order to evaluate the creep rate. Usually, the

Stokes-Einstein relation (D - kT/6nir) is used in solution precipitation

theories to estimate the diffusivity in terms of the liquid viscosity, n,

and the radius, r, of the diffusing species. Whereas the Stokes-Einstein

relation works well for liquid metals and molten salts, problems are

encountered in its application to liquids, such as glasses and polymeric

melts, that have a network structure [37]. In these structures, most

atoms diffuse through the network. By contrast viscous flow is determined

primarily by the structure of the network, i.e. by beaking of network

bonds, so that the two processes may not be closely related, and

consequently, errors in estimating the diffusivity can be large [34, 351.

Thus, before using the Stokes-Einstein relation, its potential for error

should be recognized and if possible the equation should be assessed on

known sets of data.
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In the present investigation the transport of aluminum ion, Al 3 ,

probably controls aluminum oxide diffusion, because its rate of diffusion

is much less than that of oxygen, 0-2, In silicate melts (37,38]. To test

the applicability of the Stokes-Einstein relation to Al1 3 , experimental

parameters for viscosity and diffusivity assembled by Cooper and Kingery

£36) were used. At 1400 °C the diffusivity of A1+3 is -2.6 x 10-7 cm2/s,

while the viscosity Is 23.3 poise (2.33 Pa-s), from which an ionic radius

of -0.02 nm is calculated. This value is about a factor of 2.5 smaller

than that (0.05 nm) estimated by Pauling 139) from wave mechanics

" considerations. The diffusivity and the viscosity also appear to have

similar temperature dependencies (AH - -272 kJ/mol for diffusion and -229

kJ/mol for viscous flow). Based on this comparison, the Stokes-Einstein

relation is expected to give an order-of-magnitude estimate for the

diffusivity of A1 3 in the temperature range used for the present study.

Substituting the Stokes-Einstein equation into equation 6, the

-- following relation is obtained for the creep rate:

-32 a V C w/6 No n r p d
3  (7)

* Using appropriate experimental values (V - 25.5 x 10-6 m3/mol; C0 - 0.625

x 103 kg/m3 ; r - 0.02 nm; p - 4 x 103 kg/m3 ) in equation 7, the relation

• between i and w is given by /w - 8.7 x 10-2 3" m- , from which a grain

boundary thickness of 34 nm is calculated for an initial applied stress

of 60 MPa at a temperature of 1044 oC. This grain boundary thickness lies

within the range of values observed in the present experiment. In view of

the assumptions made in obtaining this number, the fact that this estimate

- of grain boundary thickness is an order of magnitude greater than that for
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percolation for the same experimental parameters, cannot be considered

significant. Within the accuracy of the models and the material property

estimates, therefore, the solution precipitation and the percolation

models of creep must be considered competitive.

Nucleation and growth of cavities within grain boundaries provides a

third mechanism by which work-hardening resulting from the dilatant

behavior of the polycrystalline solid can be relieved. Cavitation is

commonly observed as a means of accommodation in metals and has been

reported in a number of studies for ceramics tested in tension, bending

and compression £3, 5, 12-15, 19]. Since homogeneous cavitation was not

" observed in the present study it must be concluded that cavity formation

and growth did not play a major role during creep deformation. This

. conclusion is very different from that reached by Clarke [15], who found

.. that high temperature deformation of glass bonded alumina was dominated by

cavitation within the glass phase. The reasons for the difference between

our results and Clarke's results are not fully understood at the present

time, but may reside in differences in the composition and viscosity of

the glasses used in the two studies. Although the two studies were

conducted over roughly the same temperature range, the viscosity of the

glass bonding phase in Clarke's study was approximately two orders of

magnitude less than that in our own study. In fact, the viscosity of the

glass used by Clarke was similar to that of the glass in the unannealed

specimens in our study. Further studies are indicated to clarify the role

of cavitation in the creep process, and the conditions under which

cavitation occurs in two phase ceramics.
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Although extensive cavity nucleation, of the type reported in the

creep-rupture literature, was not observed In the present study, isolated

and fairly widely spaced grain boundary delaminations were observed. The

* delaminations occurred at the tensile surface where the stresses were

highest and where the surfaces were embrittled by extensive devitrifica-

tion of glass at the grain boundaries. These delaminations form

* preferentially at two grain boundaries where, according to percolation

theories of creep, the stresses are highest. These delaminations are

probably the precursors of cracks that nucleate In the tensile surface of

the specimen and grow to critical size during the course of the creep

experiment. The contributions of grain boundary delaminations and their

subsequent growth to failure are the subjects of a companion paper to be

published by the authors on this material.

4.3 Creep and Creep-Rupture Phenomenology

Although the initial purpose of this study was to estimate the creep

behavior of a two-phase ceramic from an analysis of the microstructure of

the ceramic, the extensive collection of creep and creep-rupture data

" presented in this paper warrants some brief comment on the data and its

comparison with other data of the same type. In this section discussion

is limited to vitreous bonded oxides, including refractories, porcelains

and glass ceramics, which are closest in structure to the material used in

the present study.
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4.3.1 Stress Exponent

The creep data collected in the present paper were found to fit the

classical power law creep expression given by equation 1. Both the power

law exponent, n - 4.85, and the apparent activation enthalpy, AH - 926

* kJ/mol, lie at the high end of values reported for creep processes.

Literature values of n range from -1 to 6 depending on the material tested

*- and the level of stress [6, 7, 21, 40, 41]. The value of n tends to

* increase as the stress is increased, but does not appear to depend on the

sign of the applied stress: i.e. whether the applied stress is tensile or

compressive [19]. In view of these comments, the value of n obtained in

- the present experiment is not unusual even though it lies at the high end

of the range of values.

Since most theories of creep are linear in applied stress (n - 1) they

cannot be used in unaltered form to explain non-linear aspects of creep,

or creep-rupture. Most often, investigators have suggested cavitation,

or microcrack formation as the primary explanation for a high creep

exponent [3, 21]. As cavities are formed the applied stress 's

transferred from the cavitated to the uncavitated portion of the specimen,

- and the creep rate increases as a result of the both cavity nucleation and

-" cavity growth. Since the rate of nucleation an4 growth of cavities is

basically a non-linear function of applied stress [13], the creep process

-. is also non-linear function of stress. Thus, Morrel and Ashbee [213,

- Lange et al. [3], Clarke £15], and others have used cavitation as a means

*. of explaining the non-linear dependence of creep on stress.

In the present experiment, no evidence of cavitaton at grain

boundaries was cbtained and therefore, it is difficult to explain the

-non-linear creep behavior by cavitation. Instead other time dependent

74



processes such as devitrification and premature termination of the creep

process by fracture are probably responsible for the observations. The

importance of crystallization or devitrification was first noted by Norton

[6) In a study of the tensile creep of porcelain. Devitrification

increases the effective viscosity of the grain boundary phase and hence

increases the resistance of two phase material to creep deformation.

Norton noted that when crystallization has sufficient time to occur, as

when the applied loads are low, then the changes in the microstructure

increase the amount of work hardening and reduce the apparent steady state

creep rate. The converse is true at high loads, when creep is rapid and

devitrification does not have sufficient time to occur. In this case, the

apparent steady state creep rate is higher than would be determined from a

linear dependence of creep rate on applied load.

In addition to the structural effects discussed above, premature

termination of the creep process by specimen fracture can also play a role

in establishing a high value of the creep exponent n. When crack

nucleation and crack growth are strongly dependent on the applied stress,

then the time to failure may depend on the applied stress in a way that is

independent of the creep process. At high levels of applied load, failure

is likely to occur In an early stage (i.e. stage 1) of the creep process,

so that the creep rate will be greater than that obtained if creep were

not interrupted by fracture. By contrast, failure at low levels of

applied stress is likely to occur much later in the creep process (i.e.

stage 2) so that the two measured creep rates will not correspond to the

same portion of the creep curve. The net effect of representing such a

set of data by the equation 1 is to obtain a non-linear dependence of

creep rate on applied stress.
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In the present experiment both devitrification and premature specimen

failure played a role in establishing the high value of n. Creep occurs

initially in a "crack-free" condition; the specimen deforms, work hardens,

and then at some point in time, grain boundary delamination results in

crack formation and eventually in specimen failure. The minimum creep

rate achieved during each run depends both on the devitrification process,

and on the crack nucleation and growth process, both of which lead to a

non-linear dependence of the creep rate on applied stress.

4.3.2 Apparent Activation Enthalpy

Based on the discussions in sections 4.1 and 4.2, the temperature

* dependence of the creep rate might be expected to be determined primarily

-by the glass viscosity, and the dependence of the glass viscosity on

composition. For the glass compositions given in Table 2, the apparent

activation enthalpy for viscous flow is estimated to be -330 kJ/mol. This

estimate can be increased somewhat by taking into account changes in glass

composition that result from changes in temperature. The magnitude of

this effect is inferred from the net change in composition due to

*annealing. From figure 13 annealing results in approximately two orders

of magnitude increase in viscosity, which should increase the estimated

value of the apparent activation enthalpy for viscous flow from -330

* kJ/mol to -550 kJ/mol, a value that is clearly not enough to explain the

high apparent activation enthalpy, 926 kJ/mol, for creep in the present

experiment.

This lack of agreement between the estimated and measured activation

* enthalpies clearly indicate that factors other than glass viscosity play a

role in establishing the temperature dependence of the creep process.
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Grain boundary devitrification may be one such factor, since it is known

to occur during creep and should have a dramatic influence on the

effective viscosity of the grain boundaries. If grain boundary

devitrification is important, then the enthalpy of solution of grain

boundary phases will contribute to the apparent activation enthalpy of the

creep process. The importance of the heat of solution to the creep

process has been suggested by Raj and Morgan [42] for a number of high

temperature processes in hot-pressed silicon nitride and has been applied

by Wang and Raj [143 to explain the highactivation energies (-700 kJ/mol)

for the creep of glass ceramics. The heat of solution is also important

when solution precipitatiuon occurs during creep. Further studies will be

required to fully elucidate the importance of grain-boundary

devitrification to the creep of multiphase ceramics.

4.3.3 Creep Rupture

The creep-rupture data shown in figures 10-11 were found to fit the

modified Monkman-Grant relation given by equation 3. This equation was

selected to represent the creep-rupture data because theoretical work by

Evans and Blumenthal [44, 45) have been represented in this format.

Furthermore, the creep-rupture experiments presented by Johnson et al.

[46) on direct bonded aluminum oxide have been shown to fit this type of

equation. In this regard, it may be significant that the stress exponent

of t i obtained by Johnson et al., -6±2, is close to the value obtained in

our own experiments, -4.2±0.9, despite the grgat difference in the

microstructure of two materials.
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Most theories that have been developed to describe the creep rupture

of polycrystalline systems assume a rather simple microstructure. For

two phase ceramics, the microstructure is usually viewed as a collection

of equiaxed grains separated by a viscous fluid [13, 44, 47]. For this

type of material, models of crack nucleation, crack coalescence and crack

growth have been developed. Generally, these predict a small dependence

of t on applied stress. To be more specific, t for nucleation

controlled creep-rupture is predicted to be stress independent. In view

of this prediction, crack nucleation can not be considered rate limiting

in the present study. For crack growth controlled fracture, t is

proportional to an-P, where n is the stress exponent for creep and p is

the stress exponent for crack growth.6 / From theoretical considerations,

Tsai and Raj [47] suggest p :g4 for crack propagation in two phase

materials. Combining p - 4 with the value of n - 4.85, measured in the

present paper, yields a value for the stress exponent of t , 0.85, which

is not consistent with the experimental results of the present paper.

Thus, crack growth alone, cannot be used to rationalize the present set of

creep rupture data. The remaining theory of creep rupture, the

coalescence theory, is not sufficiently developed to be compared with the

present set of data [49].

From the above discussion we must conclude that the theories of two

phase creep fracture that have been developed to date are not able to

explain the stress dependence of t for the current set of data. In

6/ This relation is obtained by assuming that creep and crack growth are

Tndependent processes, so that the time-to-failure, t, is given by
t - B sp-2 a-P [48] and the creep rate is given by equation 1. By
combining equation 1 with the equation for t, the relation between t t

and a is obtained. The idea of simultaneous creep and crack growth was
first presented by Lange [50].
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view of the complexity of the material used in the present investigation,

this finding is not, perhaps, surprising. Alteration of the material by

*stress-dependent devitrification undoubtedly plays a role in both the

nucleation and crack growth process. Additional theoretical work is

* clearly needed to model the effect of devitrification on crack growth and

crack nucleation. In addition, microscopic studies will be needed to

elucidate the importance of nucleation and of subcritical crack growth to

the failure process.

5.0 Summary

This paper presents the results of an investigation of the creep and

creep rupture of a commercial grade of glass bonded aluminum oxide.

-" Analytical electron microscopy was used to evaluate the chemical

*- composition of glass at the grain boundaries, and the variation

composition of the glass with exposure to elevated temperature and creep

-* deformation. The type and degree of precipitation that occurred during

-. creep clearly appeared to be stress dependent. The glass at grain

boundaries in the tensile cross-section of the test specimens was

approximately 3 times as viscous as the glass in the compressive section

* of the test specimen. This finding is consistent with the pattern of

devitrification observed in these specimens. Devitrification was heaviest

at the tensile surface, which suggests an embrittlement of the surface

*" compared to rest of the specimen cross section.

The viscosity of the glass at the grain boundaries was estimated from

-' its chemical composition and was used to compare the measured creep rates

in the present study with models that have been developed to describe
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creep in two phase ceramics. The creep mechanism that most closely

represent our results are the viscous flow (percolation) theory first and

solution precipitation both of which were suggested by a number of

* authors. Cavitation was discounted because of the lack of evidence for

homogeneous cavitation in the tensile portions of the bend specimens.

During later stages of creep, however, grain-boundary delaminations at the

tensile surfaces are believed to be the origins of cracks that are

eventually responsible for the failure of these specimens. Additional

studies were recommended to clarify the relative importance of crack

nucleation and crack growth to the creep-rupture process.
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Table 1. Glasses Used for Calibration Purposes in the Present Study

Glass Component (wt fraction)

SiC 2  A1203  B203  FeO Na20 K20 MgO CaO

Soda-Lime Silica 0.72 0.02 - - 0.14 0.01 0.04 0.07

* K-412* 0.45 0.09 - 0.10 - - 0.19 0.15

C1720#  0.62 0.17 0.05 - 3.01 - 0.07 0.08

* C0080# 0.73 0.01 - - 0.17 - 0.04 0.05

* NBS Standard Reference Material, SRM 470. Compositions in the standard are reported

* to better than two significant figures.

-. Corning Glass Co. See ref. 20 for the compositions. The use of this glass does not
imply endorsement by the National Bureau of Standards.
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Table 2. Chemical Analysis of Residual Glass at Grain
Boundaries of AD-96 Aluminum Oxide

Treatment Composition (Mol %)

Na20 MgO CaO A1203  S10 2

As-Received 5.03 (1.25)* 11.21 (1.63) 2.77 (0.37) 16.11 (0.91) 64.88 (2.33)

Annealed#
(Unstressed Mtl) 5.05 (0.86) 3.37 (0.35) 3.72 (0.44) 16.09 (0.76) 71.78 (1.80)

Annealed
(100 Pm Thin
Section) 4.41 (1.85) 2.50 (0.76) 0.66 (0.16) 14.60 (0.96) 77.78 (3.13)

Tensile Surface 3.52 (1.44) 2.74 (0.39) 0.65 (0.12) 13.42 (0.45) 79.67 (1.49)

Tensile Surface 3.66 (1.09) 2.62 (0.04) 0.92 (0.17) 14.13 (0.63) 78.52 (1.65)

Compressive
Surface 3.61 (0.67) 3.02 (0.65) 0.92 (0.13) 114.70 (0.47) 77.75 (1.42)

Tensile Section 2.83 (1.73) 3.03 (0.82) 1.97 (0.55) 15.26 (0.90) 76.96 (2.36)

Compressive
Section 3.24 (1.78) 3.31 (0.72) 3.44 (0.40) 16.48 (1.17) 73.59 (2.46)

The standard deviation of each measurement is given in parenthesis.

Annealed for 96 hours at 1044 0C, then subjected to creep for -50 hours at an initial

applied stress of 60 MPa. The unstressed material was taken from the end of the
specimen.
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Table 3. Summary of Creep-Rupture Data*

Standard Degrees
in B a M AH' Deviation of

(kJ/mol) of Fit Freedom

-7.95 (0.16)* 1 (assumed) 0 (assumed) 0 (assumed) 0.71 20

-8.97 (0.13) 1.1 (0.1) 0 (assumed) 0 (assumed) 0.72 19

-7.6 (3.6) 1 (assumed) -4.2 (0.56) 195 (54.0) 0.334 18

-8.0 (7.9) 1.0 (0.1) -4.2 (0.94) 200 (141.3) 0.344 17

Data fit to the logarithmic form of equation 3:
in t = In B - a In Z + m in a - AH/RT.

Standard deviation of the constants.
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*:* ~ TENSILE AND COMPRESSIVE
* ~ CROSS-SECTION SAMPLES

TENSILE OR COMPRESSIVE

1. Schematic diagram~ of bend bar showing regions f'rom which thin sections
were prepared for examination by transmissicn electron microscopy.
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3. TEM Illustrati.ng microstructure of vitreous bonded alumina in
as-received condition. (a) Representative vi,*ew showtrcg non-uniform
morphology of aluminum oxide grains and glassy binder phase at triple
junctions. (b) Enlarged view of structureless glassy phase at trile
junction and between widely separated grains. Surface facetVing of
aluminum oxide grains evident In (b) was characteristic feature of
vitreous bonded material.

90

-- *%'



L

I1. TEM: (a) Discrete crystallites of mageneslo-alumino-silicate phases
(see text tor description) produced within multi-grain Junction after
prolonged heat treatment at 10506C. Nature and extent of crystalliza-
tion typifies partial devitrification of glassy binder phase that
occurs within interior of bulk samples. (b) Fully crystallized
intergranular structure typically produced within near surface regions
after similar heat treatment. More complete devitrification is
related to additional forcation of interrnedlate plagioclase. As
descr!bed In text, (a) is also typical of compressive subsurface
regions and (b) typical of tenaile subsurface regions after flexural
creep.
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5.TEll: Examples off crystallized grain boundary structures, invariably
Intermediate piagloclase, produced within tensile regions of flexural
creep samples.
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6.()SEM illustrating cavitation at grain boundaries and tripl e
junctions in vicinity of developing crep crack on tensile surface.
Mb TEM4 showing plate-like cavities at inclined grain boundary after

* creep deformnation. Formation and growth of such cavities is
considered respsonsible (or intergranular creep crack extension.
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may not depend on stress. Hollenberg. et al. [4] presented the first

analysis In which stresses and strains in the crept beau specimens can be

calculated from the bend test data provided tensile power-law creep

behaves identically to its compressive counterpart. This simplifies the

analytical werk substantially and allows the solutions to be presented in

closed forms as the neutral axis location In this case always coincides

with the center line of the beam height regardless of the magnitude of the

applied loads.

Howver. It is now well recognized that tensile response might be

distinut from Its ompWelve oounterpart inside a beam for a given

material even tested under Identical environments (see for example [5-6]).

Consoequently. for application to plain concrete, KrajcLnovic [7 developed

a am"* theory for Dem under pure bending in order to Justify that

tenste stresses assume a parabolic distribution in terns of strain while

, coression benavio remains linearly elastic obeying Hook's law. More

recently. Roeeniela 9t al. [82 extended this time-independent analysis to

two *we consttutve eqations in tension, namely linear elastic with

I,*~ effective Tong's woulus and elastic-perfectly plastic while once

%lin 1eevn the aoores-le portion unchanged. On the other hand,

vit'i i tne orena *f po er-au creep. Finnie 9] was the first to recognize

",posi~Le situotion or pronounced differences totween tensile and

om:eeosIte creep. P1 analysis permits At v A0 and is capable of

veoditing are" rotes rrm dats generated by creep bending of' a

trapeto0de 2-oss section bea orovided nt and ne are of unity; here

subermts t aod c reerw to tne caes of tension and compression
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Peeloetvely. Talty and Dirks [10) extended the analysis of the same

IrPOPOtdal beam to a more general case of N other than unity (i.e. nt -

TVW present paper extends the previous work to a completely general

04e. of unequal tension vs compression power-law creep behaviors wherein

mI Only the pre-exponent factors are permitted to be distinctive (At 0

4) out also the stress exponent constants may be unequal (nt a nc). For

Imo Its of simplicity, only rectangular beams of uniform cross-sections

*P* =nstdered. Further, the existence of a steady-state is assumed so

tA)t ttI can be eliminated as a variable in the study. This assumption

* es that the transient stage be short-lived and thus can be ignored,

.' @41n It should be acknowledged that this phenomenon may sometimes

*&(:w Isporutnt [11-123 when a well-defined steady state does not develop

:n t. next section, governing equations are first derived which

;..t. separately the position of neutral axis and the applied moment to

~ ' ur s*ture rate, K and (unknown, a ) power-law creep parameters.

, or" pr jrms were developed to solve these coupled non-linear

41oa:: equations numerically. Solutions are obtained in graphic form

s in arntrary set of power law constants. Graphic solutions are also

#&*on ji teras of the load-point displacement rate, A - a more measurable

t mntlty trAn K for collecting data on specimen's response. Cases of nt -

" * 'S as examined by Talty and Dirks [10] and At = Ac, A, nt - nc - N

a anall7ed by Hollenberg, et al. [4] are then presented as special cases

f' tft present investigatlon. From the point of view of an experimenter,
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in order to apply the current theory, a parametric study method must be

used from which curves can be produced from the computer programs to match

the discrete data points which are dictated by creep bend tests. Once

accurate matching is achieved, the predicted power-law parameters become

available at once from the well-fitted curve. For the sake of demonstra-

tion of how to use the theory, an example is given to estimate the four

power-law constants from a set of six bend test data on debased alumina

beams crept at 11000C for a duration of more than 100 h. At conclusion, we

are able to make some recommendations from the present analysis for those

who prefer using the four-point bend test method to characterize power-law

creep behavior in structural ceramics. Those suggestions should lead to

more accurate characterization of creep properties.

2. Analysis

2.1 Derivation of the governing equations

In this section, we derive the control equations that relate material

response to external variables and material constants, for a rectangular

beam under four-point creep bending. (See Fig. 1)

As already discussed in the preceding section, under the action of

some constant external loads the material is assumed to respond in the

steady state according to a power law of the form:

n
sc a Aa(0/ 0) c , in compression (la)

and
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-. i.

n
t

st , At(0/o0 ) , in tension (1b)

where 1. is steady-state creep strain rate; A and n are materials

-constant, o is the normal stress and co is a reference stress. The

subscript c and t refers to the case in compression and in tension

respectively. A schematic sketch of Eq. 1 applied to a beam is given in

Fig. 2.

The derivation that follows adopts the conventional simple beam theory

which entails a fundamental assumption, known as Bernoulli's hypothesis,

that planar sections remain plane during bending when creep is taking

place so that no warping will occur (because of the need for geometric

compatibility this condition seems to hold in practice [14]). This

implies that the strain rate E of a fiber element is linearly dependent on

Y, the distance away from the neutral axis where t - 0 and the curvature

rate, K serves as a proportionality constant. Thus

K Y

and the stress distribution over the cross section of the beam Is highly

* nonlinear and has the following form, according to Eq. (1):

OCY) a (Y (-i-- (2)

103

'.5



.. , ,,;.. , .i.i -. a = . a* . - :k .-- .- . -,- . v. . . . ... ... _ *, . . ... x .... -. J

regardless of the sign of stress. Equilibrium requirements then dictate

that the total force acting on the compression side of the cross-section

be counter-balanced by its tensile counterpart. This means that F0 a Ft

or B-He Ht
0  o dY - B o dY where B is the beam width and H (-He + Ht ) is

the beam height (see Fig. 1). By integrating a using Eqs. (2) and (1).

and after some mathematical manipulations, this force balancing equation

finally reduces to

1 nt -no nt  nt(na+ 1)

n + 1 (nt 1)
Rt k [ t (n a+ 1 hc + he 1 (3)

where R - At/A0 , k - KH/A o and he - H./H are dimensionless parameters.

Here we choose A. as normalizing factor for R and K presumably because A0

is much easier to measure than At. Eq. (3) is a nonlinear algebraic

equation of the form Cxn + x - 1 for the unknown he quantifying the

physical location of the neutral axis. Since both C and n are positive

definite, as parameters appeared in Eq. (3) are all positive quantities,

it can be proved from the form of this nonlinear algebraic equation that a

unique solution for x always exists in the range 0 < x < 1 beyond which no

-physical meaning may be assigned to x.

In addition, the requirement that the total summation of moments

produced by local tractions be equated to the external moment, M, forms

the second governing equation, viz.
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He H
M+ 0 B d

* 0 , 0  oYd

Substitution of Eq. (2) for o - o(Y) and recognition of ht + he * 1 result

A

In an equation relating the applied moment to the material's response k:

1 2 1+1 2n.1

nc  nt  nc  nt n

k n t (h+) n h (4)m k +2n1 2nF 1

where m- M/(BH2 ) is the normalized applied moment. The assignment of

the reference stress 0 0 is somewhat arbitrary. Since the unit of the

applied stress is generally expressed in MPa, it Is convenient to set

, 0o - 1 MPa for simplicity.

Equations (3) and (4) constitute a system of algebraic equations for

the two unknowns hc and k, while the remaining parameters such as the

applied moment m and the materials parameters A's and n's are being

. treated as given. After examining the structure of these two equations,

-. we arrive at the unfortunate conclusion that analytical solutions in close

.1. form cannot be obtained because they are highly nonlinear and coupled in

.?O
-. 11
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r*t k. Acordingly. a numerical approach Is the practical way to tackle this

problem. A computer program was developed which contains the following

primary taskis first the development of a subroutine to solve h0 from 9q.

(3) by a Newti-Raphson's iteration scheme. Input to this subroutine are

R, nt, no and k, the latter being treated as an Independent variable. Note

that initially an overshoot outside the range (0,1) for he May arise

during numerical iterations, stability can then be restored If he be reset

to Its boundary value. Once he Is successfully solved from this

subeoutlne, it can then be used as input, together with the independent

variable k, to Eq. (4) for the computation of m. At the end, a total of

three one-dimensional arrays were generated, namely m, k and h0. This

concludes the computation phase of programmIng, and the plotting phase

follows. The solutions were then displayed In graphic form for k versus

* a as well as he versus m with any given A's and n's.

2.2 General Solutions

2.2.1 Location of neutral axis, hI

The solutions for he are plotted as a function of a in Fig. 3 for

- several values of nt at no a 4.0, R 1000. Generally speaking for the

practical range of a > 0.5, as the applied stress Increases, the

compressive zone keeps shrinking with Increasing nt . Intuitively this

must be true since an increase in nt implies that the material's ability

- to support tensile stresses Is reduced for a fixed creep rate. When nt

*n, h0 a 0.2, independent of the applied stress. In fact, h0 can be

A "111
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expressed analytically in case of equal n. This special case will be

discuss" later. Another Interesting observation that can be extracted

trom Fix. 3 Is that when a Is at a value of around one half, het is about

0.2 regardless of the value of at . As a matter of fact, when examined in

a more broader base, we found that when a ltes between 0.25 and 0.4 the

solutions are quite Insensitive to both at and no suggesting that this

range of a should be avoided in a testing program that aims to

characterize the materials creep parameters. Fig. a presents another

solution for he for five values of R, fixing values of nt and no at I and

5 respectively. As expected, the higher the value of R, the lower the

size of compression zone as high R implies that the material's creep

resistance in tension is reduced at a given strain rate (or applied

moment). When a exceeds 10, however, a major portion of the beam is in

compression for R values up to 1000. Conversely, setting nt - 5 and no

1 demonstrated a reverse trend, as shown in Fig. 5 for the same five

values of R. Again, cases of higher R result in smaller compression zone

as expected.

2.2.2 Curvature rate or a bean element, k

The materials response in the form of curvature rate k under creep

bending for a given applied moment m is plotted in Fig. 6 on a log-log

scale for five values of nt and fixing no - 4 and R - 1000. Two important

observations can be made here: (1) the curves appear linear with, of

course, always positive slopes when nt's are in the neighborhood of no but

when the gap between the values of nt and no widens, the curves become

nonlinear and concave upward; (2) a *blind point" In the vicinity or

m - 1/2 is also observed, similar to the solutions of ho. Fig. 7

:12
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demonstrates the solutions of k upon variation or a under fixed value of

a t and n - 5. Apin. owing to big differemes between the values of

at ad n. concave upward ourves are Obtained. Another Interesting

feature noteworthy to state is the solutions oavere Into one sagle

Straight Curve AS the applied omeant exceeds 15. Thismeas that pplying

A load In eXOe of M * 15, Would generataSta t 11i0 In k v a plot.

regardless or the values of a and therefore t not pearticularly useful.

Lower loads (Such les than a e 15) Are thus reoe *ed, M. on the

other hard Ot a 5 , no -1 than the Solutions awe well-behaved in the

practical range of the applied load (.01 S a 6 100) As indicated i Fig.

a, although most of the solutions appear to be linear.

2.2.3 Outer fibre stresses, oo ad ot

As can be een trom the predng soectlono during steady state creep

the neutral aXis IS displaced from the enttroid and the stress

distributions are ihSLy non-liar1n . As a result, it Is to be expected

that the outer fibre Stresses, both at the tensile side As well a at the

compression Side mst in general differ from the initial elastic stross

levels. In tems of the applied beanding moment M, the outer fibre elastic

streses both in tension and In compression have a value 0* 61/{(S 2 )

from Classical simple beam theor, and in term of dimensionless

quantities, there results e* 6 , wee a o e/00 Is the

normalied outer fibre elastic stres.
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TM stmedy-state oompresetve asop stress at the outr Surfa oe of

the km Is

.. 'a - s o 11, ho )

L so e*vldon00d trOR 14. (2), liarMS1tslnI &Its o we have

( 1h a%

L %Jo* e = ( h ).15

Similarly the creep stross at th tensile edge also normalised by so i

_ I t

* Eztainat ion of these two equtions indicates that the outer flaire creep

-* stresses, unlike their elastic oounterpart, ae not only a function of

applied moment, but alao dependent on thio neutral axis location and the

Intrinsic power-law creep parameters. The Maximm conpresive Stresses

• 2 foe several nt are plotted In Fig. 9, acording to Eq. (5) for typloial

values Of no * 4 and R * 1000. When a < 0.35 corresponding to an elastic

strtess of about 2 MPt, hlowe values of nt yield lover compre siea

. striets; 1 reverse situaion oc urs If ,-.lt appi.ed s exceeds 2

1P. On the other hand, the mauilm tnaile stresses at the outer fibre,

" as plotted in Fit. 10 fpm Eq. (6), show a unique feature, namely for a

fixed applied load, in the practical range (I - 600 lI~a) low values of n

tt

* yield higher tensile creep stresses. No that Int b~th Cases, as Shown 'an
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Gefletlef 7 we a ibisle and m slop" of te deformedo Wave &e

sall (eylta 1). The differtial equation that nees to Be solved to

thans a~j/4z * (a) - flu) wih I *fl) 6iwum in See. 2.?.?. Settial thme
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115



?I for metIut a o-OGIAR 4ti.."Imemea rate. .*tmw. as

ruinetaft of 8"10 son*" 0 Sq 60W4 UW eilteSss of N~ .rO A Ol 4

* ~ ~ ~ ~ ~ ~ SW0 *i lOW L 4tMA*14 *LFu.,

a" to aor

Z-) TWO 99"141~ O.

maoe "410#t feewe I3 9040twi mu la "w g138ft 90011I. it is

NW 1* tO wI at 138 re"SII* for too $mQist $&O "s @*&v*4 of

,fzt" The e'. co &s roa mw i wa't

Vkhts* I't V4 m" "Mmigw Vf -.&It1 80 12 51 CWt Ot 43.

-p at. r ;OWI; *1 A 0 fq fO .fql2wlO s aicwtt
So.M4.le.I " esw. *oU I ftPew itV

4. ~ttPt s!# zaue "'0a~MVI ",0 mV ~e'

ca o'4cabdb



C taa C

Fla. 'a Mwes wo aeosoI of % for *@*wet S. oma s 91S. IT) as a

f""14 or c at * isf. 191. F149 '11 summ" Um go14SOwS for

fis" " aliew tS s tmemuwn 'asM maIinte.e stt

?,u..bl Mw fa ow na IU e 8, so sim or It auwel a I

r~tise twn ft -es ma Pid *f lo*"s ft *I, *t; 4,40

"""* "bto 0 SAS "" 0 ns eat t t"~ OaNtIf~ f#.

F' o t"1sem** -$*#so Mobs T S* is wutitot.

C~w6tiotw @".tie Stwlba I tI rn elation *soisos. ow-. Is of

~905 still *oil$ t "m Ierw~t c *go ta's the offol. fe



I* a &"oo (" 4 11 a*Z s44&

ft'*1" %0 gas ~SAW C(3 as to 14. *A ftelfw popm %*$ la C

* rvt nq*lp te 00gr"**-. fIt "o mi.f4 It 48"o wvm% sw ;W~

**two of C gima wt. lsto pt

4APv. w:..a of 41tff*St "e1twee ee .oc'04 to 60"Oo

*m~"Wost * e SOL* O* *A*. "0frs t toa~'@I to al*1f~

vottso lm ;. %-* to ?*~# tL* vwww 6I w-I Glo;.

****.*. ~ ;1, of A*,. I 'w* ; ;ym*di ,.q' ,bof,

tit.~~~~~ ~ ~ ~ rl O&Plj* alw ~ l fit* tt ,

* ~ -~ru---------------*~ v~i-~
Ir ,~ . S ' " ** ~t'l ~q~I'* V'



data well. e wa eteaine" rro the solution to be 0.85 x 10 13 a-1.

TWO the Sto44o-Stat. 040i00 crep behavior of this refractory material

can be dewI b" by

lot * 4.2 x 10-9 •112

and the compssion areep on the other hand, by

I"* 0.6 x 10° o3 0

* ~ OWr I -d . haV9e VU of @r-1 amd "Pa reapeotively.

Th r"Ieations strongly wqwest a profvnd difference of creep

N"*4W betvee tesion 4 n0 @pea'sion. Unltaial tension tests vere

als2 wfoW vulan yield the order of mgnitude as predicted by the

Gurret smatlyss. Additional tests in simple tension as well as In

(jaw teo a" e peforeed in order to veriry the predictions.

Oeied siteretructur or these poet arept De specimens are also being

Itntwseigted in oW to Yauerstdad the rheology leading to the resulting

2-er-iaw stress eamnts. on@ dominating factor obtained from the

p t|ainery stdie is tU observation of compositional changes due to

..evIrifoetgon. , eItIng In drastle variation of viscosity in the grain

Dawknery liquid UaS :15-161. ,his strong stress-dependent viscosity

d loel vttA loc ecrystallization In the compression zone and dlamtanCy

snd'ov cvitation In the tesion r gion my be responsiblo for the unequal

* stoes e*tPonts.
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Ian Mtrest, the conventional method assumes R = I and nt no - N so

Pat s cuter fibre creep rate can be computed from the load-point

*Ietaoeinut rate data by the following equation

2(N*2)H1p

OW ti outer fiber stresses by

rle :1 lists the resulting outer fiber creep rates and stresses computed

f ie Ue su set of load point displacement data tabulated in Table I. A

%ik- Of I" e-sUS oe on logarithmic scales by least squares method as

lto fIg. 15 leads to a prediction of A - 1.71 x 10- 11 s-1 and N =

r,6. Mee we am there are substantial differences in the prediction of

Oerw"L ae to paramters between the present analysis and the

so .atlcMo method. Notice that At < A < Ac and nt < N < n. implying

iA* VA omventlonal techniques, by imposing uniform properties,

.~eL.,pI geserate an average response in bending creep.

S tlprmmnted a viable technique by which individual tension and

mmr W creep behaviors, being equal or not, can be predicted directly

w test Cats. Several main features In the analysis are

iwew' t& ;(1) the neutral axis or the beam cross-section is, in general

ftt J!ye*UM at the centrold, the location is not only a function of the

ie tertos ""tsmnts but also of the applied loads. This is generally

t-tleteld Wt eservatons of sLgnficant densities of cavities developed

_ tr l'ee t of 1.1e beam cross section, suggesting the neutral axis has

120
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migrated towards the compressive side. (2) If a plot of data on 2 vs m

shows strong non-llnearlty which is concave upward, there will be a big

difference between no and nt. (3) There exists an applied load for all

materials, in the neighborhood of.1 - 2 MPa of initial outer fibre elastic

stress, under which the material response in K or L, will be insensitive

to n's suggesting that this load level is not useful in the test program.

(4) If i vs. m data demonstrates a linear response on logarithmic axes,

then the results given in Sec. 2.3 can be first used to ascertain whether

the material poses uniform creep properties. Otherwise, the general

solution scheme as detailed in See. 2.1 has to be adopted since a linear

curve within a short range of m does not necessarily mean that nt - no as

evidenced from Fig. 7. An example was given In Sec. 2 to show how to

apply the current analysis to a realistic case.

However, the analysis does have some restrictions and limitations

built-in which ought to be borne in mind. First, the constitutive law is

• .assumed to take a power-law equation form with the distinction being made

* through the variations in n and A. Microscopic observations including SE4

and STEM have showed that in a general ceramic system, cracks and cavities

,* are developed in different patterns both In terms of density and

orientations inside the tensile and compressive zones of a crept bend

-specimen. Hence, cracking and cavitation play an important role in the

*contribution to creep resulting in distinct behaviors. Secondly, no

*" deformation mechanism changes are assumed to take place under uniaxial

*loading so that a single power-law equation completely characterizes the

creep behavior. Consequently, the current analysis is not applicable to

materials exhibiting bi-linear law, although In principle, a numerical
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scheme may be developed to handle this case. Finally the problem of creep

fracture Is not addressed In this paper. As a result, the solutions

presented here are assumed to be valid irrespective of how high the loads

are applied. Realistically, however, as the loads become higher and

higher, the solutions will always be termed invalid somewhere by premature

-failure due to void growth and flaw linkage. The prediction of rupture

time as a function of applied stress is thus an important area which

warrants further studies.

Rosenfield et al. [8) recently presented a similar time-independent

analysis on a beam with three different tensile laws. By fixing the

compression behavior as linearly elastic, they found an interesting result

* that at 1/5 of the beam depth from the tension edge, the stress there is

fairly fixed regardless of the form of the tensile deformation law.

However, with the removal of the assumption of linear behavior in

* compression, the results given by the present analysis did not show this

- feature. Accordingly, we must conclude that their results possess a

strong limitation induced by the imposed linear elastic behavior in

compression.

*4. Summary and Recommendations

in lieu of summary of the analysis presented in the paper, the

following recommendations are offered to experimenters who Intend to use

bend tests for characterizing the materials creep behavior:

(1) The range of the applied loads should be as wide as possible; at

least two orders of magnitude in loads (e.g. 5 - 600 MPa) are recommended.
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(2) In case that higher moments cannot be achieved owing to premature

fracture a supplemental test program either in tension or In compression

should be performed for the purpose of reducing computer work, thus

Improving the accuracy of the results.

(3) Direct measurement, of uniform curvature rate in the Inner span

are preferred to load-point displacements measurements as the latter

Induce complications such as shearing effects, although the former may be

more difficult to do.
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PCcu~. l H o fUnVtOn for tie *Xptcted Wiretlue With a low probability of

fatI o. At LoW t*Oratures acceptable theories of lifetime have been

4evelop" for a *too range of applications. The basis of these theories

*tL o swamrlaeo twiefly in tuts paper. stresing the importance of

fracW@r 1OcnAntcs 4s , e las or lifetime prediction. Problems that arise

as & :oreauiefte of residual stresses an *icrostructure will then be

Ue)s1a4o. n4 a sotr@ of hiant.ing these problems will be presented. The

proOLm a.at arise WWi cramic esatrials are used at elevated

teiratot s *tit also be discuas. and tne application of non-fracture

aftn"4LCS 1Q&mvi of lifetime predictiol will De explored.

FPCTjR1 CxAC.3 ASIS FOR DSIG

t'ft trom-y of stematostr rqtibilitj of cvramic materials starts with

tno *or% ofr&'fiu3. Otr ssUs that the strength of a solid can be

OLsCted %* t s&ie *f a ocpmLc; 0eci, c, contalned within the solid,

end 1* k" 2wrece fi'q@ eneCY. T of tne *0114:

;n * ?actor* secnt- s t :eri.ozogj, equation Ic an be expressed

*in tor" of 1,1e iraia steress ltnsly factor, KI for crack growth:

* (2)
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where vo and n are empirically determined constants and Ko is a

normalization constant.

The applied stress Intensity factor is expressed in terms of the

crack length, c, and the applied stress, a:

K1 - o Y /c (4)

From equations 2, 3 and 4 it can be shown that strength, S, and its

time dependence are determined by the initial component strength, Si, and

an integral that depends on time[6]:

" n-2 n-2tn

n. - -2 - (1/B) t n(t) dt (5)

wi ere the constant B depends on the critical stress intensity factor, and

tne crack growth parameters vo and n:

I/B - (n-2)v, Y 1/(2 (6)

If any of the constants in equation 6 also depend on time they too must be

included within the Integral sign.
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The strength degradation integral shown in equation 5 can be easily

evaluated when the applied stress is known as a function of time. When n

and B are constant, the value of this integral completely determines the

strength loss during any application. Although not expressed exactly in

the form given above, this integral has been evaluated for a number of

practical situations involving time dependent stresses, including:

constant load[7,8J, constant rate of loading[7-10], cyclic loadingC11],

and thermal shockE12. Equation 5 relates strength to time and thus

provides an essential link between the time-to-failure and the initial

strength of the material. Since the initial strength depends on the flaws

contained within the material, the equation relates failure time to

initial crack size.

To complete the theory, it is necessary to express the initial

strength in terms of some measure of its central value and its spread in

*. values. For ceramic materials, the initial strength distribution is often

expressed in terms of a two parameter Weibull distribution for which

Si - So (in (1-P)-l)1/m (7)

* where So and m are the Weibull scale and shape factors, respectively: S0

is a parameter that gives a measure of the central tendency of the

strength, whereas m is a parameter that gives a measure of the scatter of

", the strength. The variable, P, is the cumulative failure probability,

'* which is commonly used in reliability theoryC13.
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By substituting equation 7 into equation 5 an equation is obtained in

which the strength is expressed in terms of the cumulative failure

probability, P, the fracture parameters B and n, and the statistical

parameters So and m.

n-2
S n S n-2 [in(l-p)-l m -(1/B) t n(t) dt (8)

00

When the applied stress is assumed to be a constant and Si >> S

then the time-to-failure can be expressed in terms of failure probability

with the following expression:

t = to [En (I-P)-1 1 /m' (9)

where to Bo- n Son-2 and m'- m/(n-2). It is worth noting that equation 9

has exactly the same form as equation 7. The failure time is now

." expressed in terms of a two parameter Weibull distribution, in which the

. shape parameter, m', and the scaling parameter, to, are related to the

* applied stress, a, the crack propagation constants, v0 and n, and the

shape, m, and scaling, So, parameters of the initial strength

distribution. This connection between the distribution in failure times,

and the distribution in strength was first reported by PalusznyE13].

For ceramic materials, m is usually smaller than n which means that

the Weibull shape parameter for the failure time will have a value that is

-' less than 1. For ordinary glass, for example, m-7 and n-16, so that
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m'- 0.5. This result is significant because small or fractional values of

m' result in failures that occur over several orders of magnitude in time.

"-" This prediction is consistent with data obtained on glassil4] and on

aluminum oxide[15]. In figure 2, for example, a Weibull representation of

the failure time is given for glass bonded aluminum oxide (AD-96). As can

be seen, the slope of the Weibull plot is approximately 0.25, which is

consistent with the value of m'-0.18 (calculated from n-55 and m-9.8) for

this material[15.

A more complete discussion of the application of probability theory

to lifetime prediction was given by Paluszny133, who also developed the

equations for bathtub curves from equation 9. Paluszny noted that when m'

is less than 1, the hazard rate and hence the risk of failure decreases

with time. This type of failure is typical of that occurring as a

consequence of manufacturing defects and hence represents the initial

*[ portion of the bathtub curve. On the other hand when m' is greater than

1, the hazard rate increases with time and the curve represents the

wear-out portion of the bathtub curve.

By eliminating weak components from the initial strength

distribution, proof testing or nondestructive evaluation can be used to

improve the reliability of ceramic materials at room temperature. Once

* the weak specimens have been eliminated, a specific amount of time is

required before enough crack growth has occurred to break the weakest

specimen remaining in the distribution. In this case, there will be a
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period of time over which no failures occur after the load has been

applied. If the truncation strength is given by the proof test stress,

p, then the minimum time-to-failure, tmin, is given by[8,16J

tmin - B o-n .pn -2  (10)

This equation makes no reference to failure probability; every term in the

equation can be evaluated experimentally, and in principle, "guess-work"

in predicting the lifetime of a component is eliminated. Thus, once the

initial strength distribution has been truncated, the prediction of

lifetime is entirely deterministic.

Proof testing has been shown to work for vitreous grinding wheels and

for glass under laboratory conditions for which the test environment can

be controlled[8,16-18], figure 3. The possibility of truncating strength

distributions has also been demonstrated on hot-pressed silicon

nitride[19j, aluminaE20, and silica-fiber tiles[21]. For proof testing

to be effective, it is necessary to avoid: (1) the introduction of new

• "flaw populations during or subsequent to the proof test; and (2) the

intensification (by crack growth) of flaws that are already present in the

- component. In situations where moisture contributes to subcritical crack

"* growth, dry test conditions and relatively rapid unloading rates are

required to sharply truncate distributionsC22]. Where compressive forces

*. and contact loads are important to component function, care has to be

* taken to avoid the introduction of cracks as a result of the contact loads

during the proof test[23). If these precautions cannot be exercised, then

. the strength distribution after the proof test may be worse than the
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initial distribution[22,24]. Despite these drawbacks, proof-testing has

been used in a number of applications including space-craft

windows[25,26), optical fibersC2T] and heat engine rotorsC28). Today proof

testing is probably the most widely accepted means of assuring component

reliability in structural applications.

Nondestructive testing is more difficult to use in ceramic

applications for several reasons. First, the flaws and defects that cause

failure in ceramic materials are small and therefore difficult to detect

by conventional nondestructive testing techniques. In glass, for example,

the surface cracks that are responsible for strength degradation are

typically on the order of 10 to 100 microns; flaws in polycrystalline

ceramics are of about the same magnitude in size. Flaws of this size

cannot be imaged by x-ray techniques with the resolution needed for

. lifetime prediction even when scattering conditions are favorable.

* Although dye-penetration techniques are capable of detecting flaws of this

magnitude, the technique is tedious and only reveals the surface trace of

the flaw. No information is obtained on the flaw depth, so that the flaw

* severity vis-a-vis mechanical loading is difficult to estimate. Although

dye penetration is used for process control for ceramics, its application

-* as a quantitative technique for estimating flaw size is probably not

*. feasible.

Acoustic techniques have also been considered as methods for

. detecting the presence of critical flaws in ceramic materialsE29). The

ease of detecting defects depends on the type of defect and its location.

Bulk defects (e.g. voids, inclusions, large grain aggregates) are
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difficult to analyze by acoustic techniques and require complex equipment

for complete characterization. In order to estimate the size, shape and

type of defect, combinations of acoustic measurement techniques are needed

including acoustic microscopy and low and high frequency scattering

techniques. Although considerable advances have been made in the

development of acoustic techniques, they are not yet being applied In a

quantitative way to ceramics for predicting flaw severity.

By contrast to the above conclusions on bulk defects, some success

has been experienced in the use of ultrasonic surface waves to detect

machining damage in hot-pressed, silicon nitride. For surface damage,

relationships between the detected flaws and the strength of the ceramic

have been explored130 and for laboratory tests, at least, agreement

between measured and predicted strengths have been obtained, Table 1. A

problem that has been experienced In these studies Is that of crack

closure. A closed crack gives a much weaker signal than an open crack and

therefore may belie the serious nature of the critical flaw. This problem

can be alleviated somewhat by applying a stress to the component in order

to "open" critical flaws and thus permit their detection by the ultrasonic

waves. Although feasible in some cases, this procedure complicates the

testing.

A problem that is common to all nondestructive testing techniques is

-the evaluation of flaw severity once the flaw has been detected. Flaws in

.- ceramic materials consist of foreign Inclusions, pores and machining

damage. As has been shown by Evans on hot-pressed silicon nitride,

figure 4, the severity of defects is determined both by the defect size

." and by the defect type[29J. The ease of detecting defects does not depend
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*" on their severity as strength limiting flaws, but on how different their

chemical or mechanical properties are from the host material. Therefore,

the usefullness of a nondestructive test technique depends on our ability

to both Image the flaw and characterize the flaw type so that the degree

of severity of the particular flaw can be estimated. To date these

problems are still being worked on, and the application of nondestructive

test techniques to ceramic materials awaits their solution.

Before leaving this fracture mechanics approach for design, it is

worth noting that the crack growth and fracture mechanics parameters B and

n do not have to be obtained by fracture mechanics techniques. These

parameters can also be obtained by more classical strength

techn~ques[7,8]. Thus, the time-to-fallure, ts, for a constant applied

stress, o, is obtained from equation 5 and is given by:

* -n sin-2 (11)

where S1 is now some fixed value of the strength, for example, the median

" strengtn. By applying a series of fixed stresses to a set of specimens

and plotting the median fallure time Versus applied stress on a

* logarithmIc representation, the value of n :an be de*ter*ned from the

* " slope of the line. The vaIue of 3 Is determined from the ntercept or the

line, and from independent masurements of the strength, S1, under

conditions that preclude subcritical crack growth.
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The constants, 8 and n can also be evaluated by using a constant

loading rate to failure[7.8]. In this cas the ttie-to-failUre. td, to

related to the loading rate, 6, and the failure stress, es t4 - eli

(subscript d is used to indicate dynamic rather than static Loading). By

substituting this equation Into equation 5 the time-to-failure under a

constant rate of loading is given byE73i

td - n-l) to  (12)

Again, by plotting the failure time against the failure stress, the value

of B and n can be d6twened.

The two strength methods of determining the fatigue constants, 8 and

n, provide an alternative to the fracture mechanics method of determining

these constants. As noted by Davidge et al.(?) and by itter et i.(63.

the strength techniques are med to obtain data on the same rlsws that

limit the strength and failure time of structral ceramics. In theory,

* te same values of n and 8 should be obtained regardless of whi h

. technique is used for their measurment a as shown in figure 5,

compatibility of the experimental techniques is obtained for Some

mtertals( 3?]. For others, aicrostructural effects preclude the

Interchangeable use of strength and fracture mechanics techniques for

determining S and n. In this case, modifi ation of te theory Is

necessary to account for the behavior of crams in cerile materials.
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17, is similar in form to that developed from the more simple theory. The

fatigue parameters n' and B' differ from n and B as a direct consequence

of the existence of microstructure or residual indentation stresses. The

values of n' and B' depend on the type of flaw2 (e.g. point vs. line

flaw), but not on the magnitude of the residual stress field, XP, or the

details of the microstructure, such as grain size. Changes in the

microstructure affect fatigue lifetime only as they affect the inert

strength of the components.

The effect of a rising R-curve on fatigue behavior is illustrated in

figure 10 for glass that has been indented using a Vickers hardness

indenter. As can be seen from this figure, the measured value of n',

13.7, is close to the predicted value of n', 13.9, calculated from n,

17.9, obtained on annealed glass specimens. This theory has also been

shown to be in reasonable agreement with data obtained by dynamic fatigue

measurements on other glasses and ceramics.C39)

Statistics can be introduced into the formalism for lifetime

• prediction !n the same way as was done earlier for the simple fracture

mechanics approach to delayed failure. Representing the inert strength

Si' by a Weliull distribution, the time-to-failure is expressed in terms

*. of tne failure probability by substituting equation 7 into equation 17.

7The expression for failure time is identical to equation 9 with n', B',

* and So' substituted for n, 8, and So, respectively. Since microstructural

modifications only affect failure time through the strength, the

distribution In failure times given by the Weibull parameters are entirely

* 2The equation given above for n' and B' are for point flaws[36J.
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dependent on those parameters that affect strength: i.e. on XP and UQ of

equation 16. Thus, the scatter in the time-to-failure is determined by

the scatter in XP and UQ of equation 16. These results suggest that the

formalism developed earlier can be used, almost in its entirety for the

prediction of component lifetime when microstructural effects are

important. In fact, provided fatigue data are obtained by strength

techniques, the formalism is identical to that developed earlier.

Nondestructive evaluation techniques can be introduced by using

equation 16 to represent the strength of a component. If the strength

distribution is truncated by nondestructive evaluation, all components

with crack sizes greater than a given initial value of co will be

eliminated. As with the previous procedure, this sets a lower limit to

the strength and a minimum value to the failure time. Although

proof-testing can be used in the same way, a rather subtle difficulty

arises with proof-testing, because R-curve effects always lead to stable

crack growth during the proof-test cycle. Crack growth in the component

that barely passes the proof-test will have occurred to a point just below

that of instability, so that the cracks will be longer after the

proof-test than they were before. As a consequence, the crack will not

have to grow as far before failure occurs and the time-to-failure will be

less than that given by equation 17. Quantitative aspects of crack growth

* during proof-testing are still to be investigated, so that it is uncertain
41

at the present time how important this problem will be to lifetime

prediction.
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EFFECT OF TEMPERATURE ON STRUCTURAL RELIABILITY

The theories of reliability discussed above are not fully applicable

at elevated temperatures where ceramic structures are no longer chemically

*" or physically inert. Chemical reactions between ceramics and the

environment lead to the formation of new populations of flaws or result in

l chemical modification of the component microstructure, both of which

affect strength and mechanical behavior. The kinetics of physical

transformations and chemical processes are also enhanced by increasing the

temperature. Transport processes such as viscous flow or diffusion, for

example, are highly temperature dependent and are greatly accelerated by

-i increasing the temperature. As a consequence, those chemical reactions

and physical transformations that depend on transport processes are also

accelerated by increasing the temperature. Thus, crack nucleation and

* .crack growth have been observed to occur at elevated temperatures as a

*-. result of creep[4O-42), which in turn depends on the occurrence of

diffusion or viscous flow. These thermally induced changes in the flaw

- population and in the mechanisms that are responsible for mechanical

failure invalidate the assumptions made in developing the theories of

reliability presented above. No longer is crack growth the only process

to be considered in establishing component lifetime, nor are the flaw

populations or the stresses that cause failure invariant in time. In this

situation, dete,'ministic aspects of lifetime prediction are lost and

alternate approaches to lifetime prediction must be developed. In this

'* section some of the experimental data that lead to this conclusion are

discussed, and possible alternative approaches to structural reliability

J, at elevated temperatures are investigated.
16
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The kinds of flaw population changes that occur at elevated

temperature and their effect on strength are illustrated in figure 11[433

for a grade of magnesia doped, hot-pressed silicon nitride (NC-132), a

material that has been considered for high temperature structural

applications. The initial flaw population in this material results from

machining operations which leave mechanical damage in the specimen

surface. The damage is very similar to that introduced by hardness

- indentations with their plastic deformation zones and associated cracks.

-These cracks are the normal fracture sources when structural components

are subjected to sufficiently high stresses. If the applied stresses at

elevated temperatures are not high enough to break the components

immediately or to cause failure by subcritical crack growth, then the

effectiveness of the cracks as stress concentrators is diminished by

- annealing of the residual stresses that are associated with the mechanical

.* damage. In addition to annealing of residual stresses, chemical attack

(e.g., oxidation) on the indentation cracks results In blunting and

• "healing of these cracks, which further reduces their severity as stress

"" concentrators.

Because of the effect of high temperature environment, the strength

-. of the silicon nitride Initially increases with time, figure 11. With

additional exposure, however, new defects, i.e. pits, form in the silicon

nitride surface due to localized chemical corrosion at the specimen

surface. When these pits are sufficiently large, they act as new fracture

sources that now control specimen strength. Strength of components

that contain large pits is observed to decrease, and failure no longer
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originates from the mechanical damage, but from the pits. Finally, if the

component is subjected to an external load for long times at elevated

temperatures, creep eventually nucleates new cracks that act as sources of

failure. When this occurs, component strength gradually decreases with

time, and failure originates from creep initiated cracks rather than from

the machining cracks that were first present In the component.

As indicated above, these changes in the flaw population have a

significant influence on long-term reliability and delayed failure of

i ceramic materials. Such effects are illustrated by the work of Quinn[44I]

and Grathwchl[45] , both of whom used indentation techniques to study the

" time evolution of mechanical damage In magnesia-doped, hot-pressed silicon

I. nitride. Quinn obtained static fatigue curves for specimens of MC-132

into which he introduced controlled flaws by a Knoop indentation. He

monitored the time to failure as a function of applied stress and

temperature, and identified the origin of failure. In particular, he

noted whether failure originated from the indentation or from some other

source on the specimen surface. From his results, figure 12, Quinn

concluded that at low stresses failure occurred primarily by creep-

-upture, in which case, cracks were nucleated by the creep process. At

high stresses, however, failure occurred by subcrit'cal crack growth from

the pre-existing flaws. Clearly, the indentation cracks had a chance to

"heal" at low stresses so that they were no longer of sufficient severity

-" to act as fracture origins.

1I
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Grathwohl's study was conducted exclusively at 1200 OC on a different

composition of magnesia-doped, hot-pressed silicon nitride. Both creep

and creep-rupture studies were conducted. Grathwohl demonstrated that the

strain-to-failure and the time-to-failure depended on whether the specimen

contained Indentation damage, figure 13. At low applied loads, the

indentation damage was unimportant as failures did not originate from the

indentations. The straLn-to-railure was the same for specimens that

contained indentations as for smooth bar specimens. At high applied

loads, the strain-to-failure was again Identical for the Indented and the

smooth bar specimens, however, now failures in the indented speimms

originated from the indentations. In the intermediate range of stresses,

the strain-to-fallure was very different for the two sets of specimens.

Grathwohl's conclusions were similar to those of Quinn. At high levels of

stress, the failure was stress controlled and occurred by slow crack

- growth; whereas at low levels of stress, failure occurred by creep-rupture

which generates new cracks.

The results obtaied by Quinn, Grathvohl and others (Lederhorn and

TigheC 6J, £vansE[7), Fuller et al.[48]) suggest that for short time

periods, failure occurs by crack growth from preexisting flaws, in which

case the time-to-fallure is given by the Integration of equation S. The

time dependent stress in the integral of equation 5 must not only Include

the applied stress due to external loading, but also relaxation of that

stress due to creep, and relaxation of the residual stresses that were

present as a result of the mechanical damage. As in other examples or

failure due to crack growth, the statistics of failure can be included in

equation 5 by use of a Veibull representation of the flaw population. In
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this way, failure by craick growth can be treated In a similar fashion to

that used in earlier sections of the paper. Thus, when crack growth

controls failure, the effect of temperature is simply to modify but not to

drastically alter the approach to structural reliability discussed

abovoe(9]. Since crack growth Induced failures occur over a relatively

short time, they represent the defect stage of the bathtub curve.

Elimination of these detect induced failures will depend on manufacturing

process control and the application of proof testing or nondestructive

testing techniques to remove detective parts from service. 41thougtt

methods of removing defective parts from service are In principal

understood, they have not been applied to structural components for high

temperature use, and a data base has yet to be Collected for nigh

temperature applications.

Whien creep-rupture occurs (low applied stresses and high

temperatures), a ne apprown is required to .sure component reliability.

At the present time, two general types of stuies have been confduted to

udertand the ep-ruptwr process: those dieected at ooUinnig

Parametric representations of te creep-ruptwre process, and those

directed towards a theoretical and euperisental&Z understanding of the

mchanisms a control creep-ruptue. Several excellent reviev of

cree-rupture mecnnim of failure in cersale materials have bee

presented recentlyfio-531. Failure *echanlsms are classified according to

material: those with a second Pase, usually glass, at i-he grain

boundary; and those t.at have no second phase at the grain bomn4ary. In

either case, the kinetics of siorocraca nulestion, crack ooalseen.e and

crack pr"agation are developed, and te time-to-failure is estimated by

11 0
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assulfne that one of thse to the rate liltag stop for failure. Results

are uamlly prmested to Ue form of pemiastric relationships beteen

failw'e tim. temperature, applied sterO and strain rate. &lUtouo0 the

constmnts in Ue relation are 6veS to term of paimlosl quantities.

Usey are often not m"Ily Smuured., so that smiplrsL deterstaaton of the

constants for purpose of Itretift prediotion Its necesary. te

advantagee of tse heories to that Uwy describe ooaepoat tr.Uee to

term of lorostruatave tmeerstae and applied Load. For mt of them

theories. the experiments to vlidate and a e ang Imits of to um orIt

have not Yet beoo O"atoed. In tI one ease for dlof a qualitatlie

comeplts between teory ma gaperUment Wa attemptd, tow eer18m55tal

eta t a ot fit ta ehistin uemorles|la). Ctearly, oneidmeree
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60culalsmed by noeeng techiques tlat improve the behavior of the

eI0bIll i1O0 0 ifica, lOef Of te boulk compottion or grain boundary

au~OW s.. or " rel&AQ g te .'leserin demands on the material. Both

o.e"Pas, nsave be" o to *sten the usefulness of structural ceramics

i. rIjpp 't(ND1~ Id0~~l~o

M iIS pw vpeas. a revlew of the techniques that have been

,009LOP" to $Wpe te stwtwall rellability of ceramic materials. For

;c tsq49twe lest &Ions tuh techniques are in an advanced state of

Jew Loftot. he WaPem ia equa l ln that re used to decibe failure

imp ..p O a t4ftr toor of a er&a growt moel, In which failure occurs

0alrl1f a" a 6maw6uewoce of the growth of defects from a subritital to

a ar cL $I&* al. Praeft"r 60~iO th nltquwe are used to establish a

Isethd of stPeturtL deisid. tfe aefeet that are responsible for

awwt failure ot ~ctaraowiaod Oy nondestructive evaluation, proof-

.etins Sd astatistlica sthods. wher fracture snchanics or strength

.@"nl4qW art *00d to obtain the constants that characterize subritical

art* to . ,@c t 4swsaq; nt s In characterizing the influence of

,e l root~~ta tr C4 -e 4vai stress) on str"enth and fatigue provide a

f ssls for e ,dng dxwta wat re ellability concepts to rising

t-ervw beh ovio. 4s a -- s N ce, reisbility techniques can, In

orlc |pie. w ae!ed ta most fine ce$ics at room temperature.
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Table I. A Comparison of measured flaw sizes and strengths with those
predicted from acoustic surface wave measurements [29].

Initial Flaw Sizes Failure Strength

Om MPa

Optical Acoustic Measured Predicted

Indentation 1 115 97 238 240
Cracks 2 118 94 239 243

3 118 96 242 242
4 1114 111 233 224

Machining 1 52 46 240 223
- Cracks 2 35 42 306 233

Surface 42 36 239 251
Scratch

Row of 140 98 140 152
Indentations
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HAZARD
RATE

* • II

RINITIAL4-RANDOM - EAROUT
FAILURES FAILURES FAILURES

I 0

1. Bathtub curve: The hazard rate Is plotted as a function o failure
time. Note the high rate of failure both during the Initial period of
use and during wear out. The hazard rate can be defined In terms or
the cumulative failure probability P: h(t) - dP/dt/(I-P).
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I I

ALUMN OXIE (AD-O6)

TESTS

0

0.-12

-2

-3

0 2 4 6 a 10 12 14

(i t)

2. Veibull representation of failure times for a grade of vitreous bonded
aluminum oxide subjected to a stress of 253 MPa :n water. The rgure
was calculated from data originally reported in reference 15. The
polycrystal~Lne value of n determined from static fatigue measurements
was 55 while the Weibull shape parameter, m, for this material was
9.8. The scaling parameter S0 was -420 MPa. The calculated value of
m', 0.18, agrees favorably with the measured value, 0.25. .he six
tests suspended at 2 weeks all lie below the projected distribution
suggesting a fatigue limit of -(253/450) KIC 0.56 KIC.
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9. Strength or sapphire and aluminum oxiie as a function of indentation
load, P[39].

190
S.



1012 '

Glass/Water
Vickers (Pr = 5N)

108

4 Dynamic

*104
I.U.

00

10 - 4  ,

20 30 50 70 100

Failure Stress, oflMPa

10. Plot comparing static and dynamic fatigue response for soda-lime glass
in water using indentation rlaws[36]. Error bars give the standard
deviation of the measurement.
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11. Reliability diagram for magnesia-doped, hot-pressed silicon nitride
MN-132). The diagram Indicates four regimes of strength controlling
for defects this material. Each line on the figure gives the
cumulative probability level, P, for fracture at the exposure time
speciried by the abscissaC'43).
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: 12. Fracture map f"or f'lexural stress rupture specimens of" hot-pre33ed
silion nitride (NC-132) with 16N Knoop indentations. The lines

: represent constant times to failure. The fractions on the figure give
. the number of specimens that broke from the indentation divided by the

total number tested. At any given temperature, suberitical rak
-. 8grth dominated at high loads, creep-rupture at low load3[44~].
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13. High temperature (12006C) creep rupture of hot-pressed, silicon
nitride (Annawerk GmbH) specimens that were tested either in an as
machined, or a pre-cracked state: (a) rupture strain as a function of
applied stress; (b) rupture stress as a function of time to
fallure[45J.
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silicon nitride (HS-130)[55].
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.15. Strain to failure in vitreous bonded aluminum oxide (AD-96) tested in
the temperature range 980 to 1100'C[573.
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